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OUALITY ASSURANCE CERTIFICATE OF C(}i IPLIANCE

(ACCORDING TO EN10204 TYPE 3.1)
ASEGURAMIENTO DE CALIDAD CERT!FICADO DE CUMPLIMIENTO
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE
FOLLOWING STANDARDS LAST EDITION:
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADOQ. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES
ESTANDARES ULTIMA EDICION.)

AP1598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
AP} 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS
ANSI B16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIBIiG-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADE
ANSi Bi16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS APL 662 - COMPACT STEEL GATE VALVES - FLANGED, THREADED,
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS
l{’fzct“:(g. AC061A08MAB790000M 1 PRESSURE TEST SHELL BACK SIDE___ (L. \I)U)
< ) "oy 3 AR e T/ o . (PRI AS DF PRESEON, (CASCOY (SLATY 1 ;
Description 0" Fig. 5262 F LU'Y WCRB, API TRIM No.8 790060 ! e or ey 4 . L e
Descripcion  CAST STEEL GATE VALVE 150 CLASS HYDROSTATIC (s | 450 450 Na  NA
(VALYULA COMPUERTA DE ACERO FUNDIDO CLASE 150) (HIDROSTATICA)
AN . , |
VALVE MANUFACTURED TO MEET LOW FUGITIVE EMISSION (50 PPM'S MAX) & NACE SERVICE MR-01-75 (VALVULA .
SUMINISTRADA CON CONTROL DE BAJSAS EMISIONES FUGITIVAS 50 PPM'S MAX.) Y PARA SERVICIO NACE MR-01-75 } ! PNEUMATIC (PSH 80 80 |
L (NEUMATICA) J
[ MECHANICAL TESTS  (FROP. MECANICAS) ]
i CHENIICAL COMPOS} 1 IO'\I (0/0) CO J 1CIOH Q\, VA (m) TENS YIELD ELG RED BHMN }
) SN P [ T LT o LTI T . Lo T T esi’ — KPSy T T
[ u’l/\rngy}‘, (ICI@\IQEOJ MATFRlAL i C ~-___l\/l__x"‘ 7 P S Si ] Nl Cr Mo Cre v ‘ Ch . VNG ;S'lz:l” ) AVG 1
RODY WH34749 AST \4 A ﬂ“‘ \VCB G.199 0.897 0.633 0.017 0.501 0.045 0.145 (3.054 §5.02¢ 0.007 i 76.42 46.11 28 49 167
CUERPO Normaiizated to (Normalizado a) 930 Temper to (Temple a) 650 Cooled in air. (Enfriado en aire.)
BONNET  WH35153 ASTM A-216-WCB 0.193 0.951 0.026 0.012 0.445 0.017 0.024 0.001 0.022 0.004 77.43 47.56 24 45 158
BONETE Normalizated to (Normalizado a) 930 Temper to (Temple a) 650 Enfriado en aire.
WEDGE  WH35249 ASTM A-216/WCB 0.199 0.909 0.027 0.024 0.459 0.019 0.026 0.001 0.034 0.002 76.85 45.97 28 53 162
DISCO Normalizated to (Normalizado a) 930 Temper to (Temple a) 650 Enfriado en aire.
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CERTIFICADO POR: CERTIFIED BY :

ASEGURAMIENTO DE CALIDAD  QUALITY ASSURANCE

YOLANDA PONCIANO



