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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE

{ACCORDING TO EN10204 TYPE 3.1)
ASEGURAMIENTO DE CALIDAD CERTIFICADQ DE CUMPLIMIENTOQ
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO QUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE
FOLLOWING STANDARDS LAST EDITION:
(CERTIFICAMOS QUE EL PRGDUCTO LISTADO ABAJO FUE DISENADO. FABRICADG Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISTTOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES

ESTANDARES ULTIMA EDICION.)

API 598 - VALVE INSPECTION AND TESTING APL6D - PIPELINE VALVES - GATE. PLUG, BALL AND CHECK

API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING APIL 600 - STEEL GATE VALVES. FLANGED AND WELDING ENDS
ANSI B16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS APL 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED,
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS

Part No. AC061A08MAB790060M

Cadi ¢ PRESSURE TEST SHELL BACK SIDE — (LADoT)
(Cadigo) 1y ig. 5207 F UT WCR, API TRIM No.& 796000 i (PRUIBAS DF PPUSTON: (CASCOT (SEAT) 7 Z
Description -~ ° Ut 13 ' S e SO T
Descripeion  CAST STEEL GATE VALVE 150 CLASS HYDROSTATIC (S 450 450 NA ~ Na
(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE i50) (HIDROSTATICA)
VALVE MANUFACTURED TO MEET LOW FUGITIVE EMISSION (50 PPM'S MAX) & NACE SERVICE MR-01-75 (VALVUIA 1 . v o
SUMINISTRADA CON CONTROL DE BAJAS EMISIONES FUGITIVAS 50 PEM'S MAX.) Y PARA SERVICIO NACE MR-0i-75 ) PNEUMATIC (PSH 30 80
L (NEUMATICA) )
( MECHANICAL TESTS (PROP MECANICAS) ]
{ CHEM C L COI‘HP(}SI H‘EJH Vo; CO\M)\)Q C‘U"' ”'J{V'CA ”") = TEMS  VIELD ELG RED EHN }
- eag AT N S i .- LT - . . ‘ o - 7 i ' o ’ T e - —
u}AFR :\L) ](«%LAD,\)(l ! C Mn P s Si Ni Cr W‘M_;[V';o Cue Y Cb E Ry |S'zrl__ D RD_AVG ]
CBODY WH3S0I2 0182 0.942 0.02¢  0.Gi0 0.425 46.067  0.130 0.004 6.056 0.004 77.00  40.1d 3G U 168
CUERPO Normalizated to (Normalizado a) 930 Temper to (Temple a) 650 Entriado en aire.
BONNET  Wil3504] ASTMA2T6WCD 0.200 0.859 0.631 0.0i9 0456 0.021  0.029  0.001 0.031 0.004 75.26 4437 20 43 159
BONETE Normalizated to (Normalizado a) 930 Temper to (Temple a) 650 Enfriado en aire.
WEDGE  WH35177 ASTM A-216/WCB 0.195 0.956 0.024  0.020 0.44() 0.014  0.027  0.001 0.032 0.002 7787  48.43 24 45 153
pisco Normalizated to (Normalizado a) 930 Temper to (Temple a) 650 Enfriado en aire.
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CERTIFICADO POR: CERTIFIED BY :

ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE

YOLANDA PONCIANO



