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(Numero) Number
{Fecha) Date

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO

FOLLOWING STANDARDS LAST EDITION:
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD ¥ CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUILNTES

ESTANDARES ULTIMA EDICION.)

GIVEN IN ONE OR MORE OF THE

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API1 600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS
ANSIB106-10 - FACE TG FACE AND END TO END DIMENSIONS OF VALVES ANSI B16O-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS AP 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED,
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS
l()(?:wtj}:{?) ACO61AO8MAB790000M PRESSURE TEST %(H\I;D(LOI)J Bé%'f SIDE (LADO)
-0dig 5% Ti 3 _(PRUFDAS DE PRESION) X {SE 1 3
Description Fio, 5202 ¥ UT WCB, API TRIM No.8 796000
Descripcion  CAST STEEL GATE VALVE 150 CLASS HYDROSTAT[C (PSD 450 450 NA NA
(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) (HIDROSTATICA)
VALVE MANUFACTURED TO MERT LOW FUGITIVE EMISSION (50 PPM'S MAX) & NACE SERVICE MR-01-75 (VALVULA ,
SUMINISTRADA CON CONTROL DE BAJAS EMISIONES FUGITIVAS 50 PPM'S MAX.) Y PARA SERVICIO NACE MR-01-75 ) PNEUMATIC (PSDH 80 80
(NEUMATICA) y
r MECHANICAL TESTS ~ (PROP. MECANICAS) ]
[,! C;{.LJM:C O\/[ OS!T{ON ("/0) COMPCS! PION QL”‘/E'”‘ {00 TENS  VYIELD LG RED BHN J
L I e S e e - D I N,
"7 ITEM HEAT No. TERIA e i T o o ' . xesi KPSI TR
[ ([!Ii:‘ll'i]) ((j()LA]I—)}’C)O M'}S*%l‘,AL i C ) Mn F b S Ni Cr Mo Lu 7 \'% Ch | ovne st 2 BRI AVG ‘1
BODY WHIS022 ASTM A-216/WCB 0.216 (0.945 0.023° 0012 0.400 5.022  0.026 0.001 0.033 G.005 73.606 4553 54 o7
CULRPO Normalizated to (Normalizado a) 930 Temper to (Terple a) 650 Enfriado en aire.
BONNET  WH35042 ASTM A-216°WCB 0.195 0.944 0.029  0.012 0.429 0.025  0.049 0.001 0.033 0.005 70.62 4350 36 52 164
BONETE Normalizated to (Normalizado a) 930 Temper to (Temple a) 650 Enfriado en aire.
WEDGE  WH35177 ASTM A-216/WCB 0.195 0.956 0.024  0.020 0.446 0.014  0.027 0.001 0.032 0.002 77.87 4843 24 45 153
Disco Normalizated to (Normalizado a) 930 Temper to (Temple a) 650 Enfriado en aire.
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