
Industrial de Valvulas, S.A. de C. V. 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 

SInCc 7802 Tepotzotlan, Estado de Mexico C. P. 51600 

(Vumero) Number 
(Fecha) Date 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE ~ - - - 

(ACCORDING TO EN10204 TYPE 3.1) 
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CL'MPLIiMIENTO 

WE CERTlFY THAT THE PRODUCT LlSTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 
FOLLOWING STANDARDS LAST EDITION: 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABATO FUE DISERADO, FABRICADO Y PROBADO DE ACWRDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 
ESTANDARES ULTIMA EDICION ) 

AF'I 598 - VALVE WSPECTION AND TESTING API 6D - PIPELINE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED. THREADED AND WELDíNG M I  600 - STEEL CATE VALVES. FLANGED AND WELDING E N M  

Part No. AC031A08MAB830000M 
(Chdigo) 

Descriotion 3" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripcion CAST STEEL GATE VALVE 150 CLASS 

(YALVULA COMPUERTA DE ACERO F W D I D O  CLASE 150) 

VALVE WITH LOW EMISSlON CONTROL (50 PPM'SMAX.) (VALVULn SUMINISTKADACON CONTROL DE BAJAS 
EMISIONES FOCITIVAS~SO PPn's MAX.I I 

- - - -  -. 
ANSlB16-11 - FORGED FITTWGS, SOCKET - WELDING AND THREADED 
API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 

WELDING AND EXTENDED - BODY ENDS 

I HYDROSTATIC (PSI) I lSO 

450 
(HIDROSTATICA) N A l  

MECHANICAL TESTS tPRop mcmlcAs) 

( CHEMICAL COMPOSITION (YO) COMPOSICION QUIMICA (%) TENS YIELD ELG RED BHN 

~ ~~ ~ ~ .-.u- -. . . 
CLZWO Normalilated to Mormalizado a) 930 Temrier to (Temple al 650 En6ado en aire. 

BONNET WH32416 ASTM b216iWCB 1 0.19; 0.900 0.026 0.020 0.497 0.051 0.039 0.005 0.031 0.017 51 164 

I 1 J 
ITEM HEAT No. MATERIAL 

(PARTE) ICOLADAI 1ASTM) 

PACIO-21 RE" "3' 

CERTIFICADO POR CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSCRANCE 

BOhZTE 

WEDGE W30089 ASTM A-2ISIWCB 
DISCO 

BODY WH32420 ASTM A.216rWCB 1 0.209 0.930 0.031 0.010 0.495 0.048 0 030 O 003 0.030 0.016 1 75 55 A5 S? 2fi A 7  167 
C Mn P S Si Ni Cr Cu V M0 Cb 

KPSl KPSl % % 
2ND 1 RD AVG cwa IST 

Normalilated lo Marmalizado a) 930 Tem~er l o  (Temple a) 650 Eoínado en aire. 
0.203 0.950 0.022 0.012 0.422 0.009 0.107 0.001 0.034 0.001 

Normalilalrd to Mormalizado al 920 Temoir to (Temole a) 650 Cooled inair. (Enmado en aire.) 
74.82 45.24 27 45 165 


