
WALWORTH ii Industrial de Valvulas, S.A. de C. Y. 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 

Since 7642 Tepotzotlan, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204TYPE 3.1) 

ASEGCRAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN M ONE OR MORE OF THE 

FOLLOWMG STANDARDS LAST EDITlON 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAlO FUE DISEÑADO, FABRICADO Y PROBADO DE ACERDO CON N U E S Y  SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK 
AP1 599 - METAL PLUG VALVES - FLANGED. THREADED AND WELDING API 600 - STEEL CATE VALVES. FLANGED AND UTLDING ENDS 

MSS-SP61 - PRESSURE TESTING OF STEEL VALVES 
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3" Fig. 5202 F UT WCB, API TRIM No.8 830000 D e s c r i ~ t i o n  

Descripción CAST STEEL GATE VALVE 150 CLASS 
(VALVULA COiMPUERTA DE ACERO FUNDIDO CLASE 150) 

VALVE WITR LOW EMISSlON CONTROL (50 PPM'S W.1 I V A L W U  SUMINLSTRADACON CONTROL DE BAJAS 
EMISIONES F U G I ~ A S  (50 PPM'S MAX.) ) 

KPSl KPSL % % 
2 hn 3RD AVG cma isr 

74.10 44.37 33 56 169 

74.53 46.26 26 49 166 

73.51 45.96 28 46 163 
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ITEM HEAT No. MATERIAL 
(PiUIl'El lCOLADAl CASIMI 

BODY WH32414 ASTM A-2IóIWCB 
CUERPO 

BONNET WH32425 ASIM A-216iWCB 
BONETE 

WEDGE WH30013 ASTMA-216NCB 
DISCO 

MECHARICAL TESTS (pROPmcmcAs) 

1 CHEMICAL COMPOSITION (%) COMPOSICI~N QUlMlCA (%) TENS YIELD ELG RED BHN 1 

?P,EBBS,Y,R,P,T%$ 
H Y D R O S T A T I C  (PSII 

IHIDROSTATICA) 

P N E U M A T I C  (PSI )  
(NEUMATICA) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALWAD QUALITY ASSURANCE 

C M n  P S Si Ni Cr M o  V C u  Cb 
0.194 0.920 0.028 0.013 0.510 0.051 0.036 0.004 0.031 0.018 

Nomaliratcd to (Nomalirado a )  930 Temprr to (Temple al 650 Enbiadoenaire 
0.198 0.930 0.025 0.012 0.486 0.049 0.034 0.004 0.031 0.019 

Nomaliraied to (Nomalirado al 930 Trmriei to (Temple al 650 Enfriado enaire. 

0.203 0.870 0.031 0.016 0.379 0.116 0.026 0.059 0.001 0.001 
Nodizated to (Nomalizado al 930 Temoer to (Temple a) 650 Coaled in air. (Enfiado en aire.) 
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