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(Numero) Number 
(Fecha) Date 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO E V 1 0 2 0 4  T Y P E  3.1) 

ASEGURAMIENTO DE CALIDAU CERTIFICADO DE CUMPLI.MIENT0 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR OUALITY SYSTEM AND REOUIREMENTS GIVEN M ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISERADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 
API 599 

- VALVE INSPECTION AND TESTING 
- METAL PLUG VALVES - FLANGED, THREADED AND WELDING 

API 6D 
API 600 

- PIPELME VALVES - GATE, PLUG, BALL AND CHECK 
- STEEL CATE VALVES. FLANGED AND WELDING ENDS 

ANSI 816-10 - FACE TO FACE AND END TO END DIMENSIONS O€ VALVES ANSIBI6-II - FORGED FITTINGS, SOCKET - W L D M G  ANDTHREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED 
MSS-SP61 - PRESSURE TESTlNG OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC031A08MAB830000M 
(Código) 

Descri~tion 3" Fig. 5202 F UT W C B ,  API TRIM No.8 830000 
Descripción CAST STEEL CATE VALVE 150 CLASS 

(VALVULA COMPCERTA DE ACERO RIicDIDO CLASE 150) 
VALVE WITH LOW EMlSSlON CONTROL (50 PPM'S M&,.) (VALVULA SUMTNISTRADA CON CONíROL DE BAJAS 
EMISIONES FUGITIVAS (50 PPM'S MAI.)  ) 
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CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURAXCE 

I T E M  HEAT No. M.4,TgM;AL 
(PARIEI 1COLADAI 

CUERPO 

BONNET WH33450 ASTM A-Zl6IWCB 
BONETE 

W E D G E  m30291 ASTM A-ZI6IWCB 
DISCO 

C Mn P S Si Ni Cr Mo Cu V 
KPSI KPSl % % 

Cb 1 C W ~  I S T  2ND 3RD AVG 
BODY WH33458 ASTM A-llóWCB 1 0.192 0.920 0.032 0.015 0.466 0.017 0.073 0.008 0.028 0.014 1 75.26 45.10 31 47 163 

Normalizated to (Nomalizado a i  930 Temvcr lo (Temole ai 650 Enfriado en aire, 
0.190 0.900 0.030 0.023 0.043 0.062 0.034 0.002 0.033 0.018 

Nomalirated lo (Normalizado a) 930 Tem~er lo (Templc a) 650 Enfriado en aire. 
0.188 0.940 0.025 0.012 0.419 0.013 0.037 0.015 0.032 0.001 

Normaiizated lo (Nomalizado a) 930 Temoer lo (Temole ai 610 Coaled in air. (Enfriado en aire \ 

~ ~ ~ ~ 

79.75 50.03 29 54 164 

75.54 45.24 27 46 167 


