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- - --- - 
OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE . ~ - - ~ --- 

(ACCORDING TO EN10204 T$E 3.1) 
ASEGURAiMIENTO DE CALIDAD CERTIFICADO DE CGMPLIMIENTO 

WE CERTlFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALlTY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 
FOLLOWNG STANDARDS LAST EDITION: 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAlO FUE DISERADO, FABRICADO Y PROBADO DE ACUEIERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SICUENTES 
ESTAND.4RES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTlNG AP16D - PIPELINE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSl B16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSI B16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND W L D I N G  ENDS API 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC031A08MAB830000M f 

\ FACIO-21 REY "1" 

CERTIFICADO POR. CERTlFIED BY: 
ASEGWENTO DE camm QUALITY ASSURANCE 

(Código) 
3" Fig. 5202 F UT WCB, API TRIM No.8 830000 Descri~tion 

Descripcion CAST STEEL CATE VALVE 150 CLASS 
(VALVULA COMPUERTA DE ACERO FLNDIDO CLASE 150) 

VALVE WlTH LOW EMlSSlON CONTROL (50 PPM'S MAX.) ( V A L W U S U M I N I S l R & D A  CON CONTROL DE BAJAS 
EMISlONES FUGlTlVAS (50 PPM'S MAX.1 1 

KPSL KPSl % % 
2hW 3RD AVG cwra i s r  

73.23 46.26 2 4  4 6  171  

74.82 47.27 2 4  4 4  161 

74.24 43.65 2 7  4 6  162 

i 
. . 

MECHANICAL TESTS @"OP MECANICAS) 

1 CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) TENS YIELD ELG RED BnN 

SHELL PRESSURE TEST 
(PRUEBAS DE PRESIOW, 

HYDROSTATIC (PSI) 
(IIIDROSTATICA) 

P N E U m T I C  (PSI) 
( N E M T I C A )  , 

lTEM HEAT No. M$'IS&;AL 
iPARtE1 (COLADA) 

BODY ~ ~ 3 3 4 x 7  ASTMA-216AVCB 
CUERPO 

BONNET WH33585 ASTM A - 2 1 6 ~ ~ ~  
BOhXlE 

WEDGE WH33954 ASTM A - Z I ~ ~ W C B  
DISCO 

í#Ty 
SIDE ¡LADO)\ 

1 2 

C Mn P S Si Ni Cr Mo V CU Cb 
0.193 0.840 0.030 0.016 0.461 0.092 0.062 0.019 0.039 0.003 

Nomalizated fo íNomalizsdo a) 930 Temoer to (Tem~le al 650 Enfiado en aire 
0.186 0 .890  0.031 0.013 0.453 0.069 0.139 0.018 0.032 0.005 

Nomalizared to (Nomalirado al 930 Temper to (Temole a) 650 €f iado enaire. (Cooled ~n m.) 
0 . 2 1 0  0.856 0 .033  0.015 0.399 0.023 0.052 0.010 0.029 0.005 

Nomalizalid to (Nomalirado a) 930 Temoer to (Tem~le al 620 Enfiado en aire. 

450 450 N A  N A  
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I 


