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LITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALtDAD CERTIFICADO DE CUMPLlMfENTO 
HE PRODUCT LISTED 

. . 
WAS DESIGNED, MANUFACTURED ANDTESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GNEN 1N ONE OR 

FOLgWING STANDARDS LAST EDITION: 
L PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CAI.IDAD Y CON REQUISITOS ESTABLECIWS EN UNO O MAS DE WS SIGUIENTES 

ESTANDARES ULTIMA EDICIÓN.) 

API 598 - VALVE INSPECTION AND TESTING AP16D - PlPEI ME VALVES -CATE, PLUG, BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSI 816-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSI Bl6-34 - VALVES - FLANGED, THREADED AND WELDING ENDS AP1602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC061A08MAL%830000M 
(CSdigo) 

Descriotioo 6" Fig. 5202 F UT WCB, API TRIM No.8 830000M 
I>acripci(>n CASl'SI'+;k:I. GA'I'E VALVF 15UCI.ASS 

(VALVIILA COMPIIEH'1.A 1)E ACERO FUNI>II>O<:I.ASE 150) 
V a L W  WiíA U3W EMISSION CONTROL (50 PPM'S W . 1  ( V A L V U U  SUMINISTRADA CON CONTROLDE BAJAS 
EMISIONES FUGITIVAS (50 PPM'S W.) ) 

SHELL BACK SlDE (m) 
TEBBAs-PSO$ 1 (CASCO1 1 (SEATI 1 2 

PNEUMATIC (PSI) I 80 80 
(NEUMATICA) 

MECHANICAL TESTS miUIIChS) 

1 CHEMICAL COMPOSlTlON (%) COMPOSICI~N QUIMICA (%) 1 TENS YIELD ELG RED BHN 
1 
I KPSl KPSl X % 

CVN. IST 2ND 3RD AV0 

79.02 47.56 36  44 157 

77.72 48.87 24 44 154 

73.66 43.94 27 49 167 

l . . 
ITEM HEAT No. MATERIAL 

(PARTE) (COLADA) <AsTM) 
BODY WH33221 ASTM AII6NICB 

CMRPO 

BONNET WH33ISI ASTM A-2IóWCB 
BONETE 

WEDGE WH33291 ASTMA-216MICB 
DISCO 

C P S v M0 Si Ni Cr M0 C0 Cb 
0.188 0.952 0.029 0.011 0.406 0.036 0.034 0.030 0.075 0.001 

Nomalhted lo M o m b d o  al 920 Temver lo (Temole a) 650 Cooled in a". (Enfriado en aire.) 
0.220 0.980 0.028 0.015 0.520 0.035 0.027 0.003 0.028 0.001 

Nomlhted  lo (Nornialkdo a) 930 Temer fo (Temle a) 650 M a d o  en aire. 
0.197 0.910 0.024 0.011 0.400 0.038 0.058 0.008 0.039 0.001 

Nomlhted la Mornializado a) 930 Tcmver lo (Tem~le al 650 Eofriado en aire. 


