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OUALITY ASSURANCE.CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) . ~ .  . .  . ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 

E PRODUCT LISTED BEIQW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR Q U ~ I T Y  SYSTEM AND REQUIREMENTS GNEN IN ONE OR MORE OF THE 
FOLLOWiNG STANDARDS LAST EDITION: . ' 

PRODUCTO LISTADO ABAJO FOEDIS~ADO.  FABRICADO Y PROBADO DE'ACUERW CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS M UNO O MAS DE ws SIGUIENTES : 
ESTANDARES ULTIMA EDICIÓN ) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL GATE VALVES, FLANGED AND WEWING ENDS 
ANSI Bl6-10 - FACE TO FACE AND END Tü END DMENSIONS OF VALVES ANSIB16-11 - FORGED FITTINGS, SOCKKI - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS AP1602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC061AO8MAB830000M 
(Código) 

Deseription 6" Fig. 5202 F UT WCB, API TiUM No.8 830000M 
Descripción CAST STEEL CATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE WITH W W  EMISSION CONTROL (SO PPM'S M.) (VALVULASUMlMSTR4DACON CONTROLUE BAJAS 
EMISIONES FUGITIVAS (50 PPM'S M.) ) 

PRESSURE TEST 
(PRUEBAS DE PRESION) SC,E,L& (&f# SIDE (LAWI 1 2 

HYDROSTATIC IPSII 
(HLDROSTATICA) 

PNEUMATIC I P S ~  
(NEUMATICAI 

450 450 N A  N A  

80 80 

MECHANICAL TESTS (PROPMECAMCAS) 

I \ 

TENS YIELD ELG RED BHN 

KPsr KPSI 96 $6 
m a  IST zND 3nD Avo 
p 74.24 44.66 27 

75.55 45.97 26 49 166 

78.16 48.43 28 50 167 

CHEMICAL COMPOSITION (%) COMPOSICI~N QUIMICA (%) 

I 

ITEM HEATNo. 
(PrnTE) ico1.4~~) M+ATSTWL 
p 

CUERPO 

BONNET WH33312 ASTM A-ZIóIWCB 
BONETE 

WEDGE WK13805 ASTM A-ZI6NCB 
DISCO 

PACIOZI REV-3" 

CERTIFICADO POR CERTIFIED BY : 
QUALITY ASSURANCE 

Nsica g r c í a  

c MU P S Si  Ni C r  MO cu v ~b 
0.206 
N o d i t e d  to Manoalizado a) 930 T e m ~ r  to CTemle a) 650 E f i d o  en alle. 
0.201 0.980 0.029 0.018 0.443 0.043 0.040 0.008 0.040 0.001 

Nomlirated 10 Mornializada a) 930 Temaer lo (Temle a) 650 Etüiado en aire. 
0.206 0.930 0.032 0.013 0.460 0.034 0.057 0.009 0.027 0.001 

N o m h t e d  to Mornializado a) 930 Temaer to (Temle a) 650 EnfMdo en alle. 


