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LITY ASSURANCE CERTIFICATE OF COMPLI 
(ACCORDING TO EN10204 TYPE3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFIC!ADO DE CUMPLIMIENTO 
CERTIFY THAT THE PROD BELOW WAS DESIGNED, MANEA~TURED AND TESTED A C C O ~ I N G  TO OUR QUALITY SYSTEM A 

FOLLOWMG STANDARDS LAST EDITION: 
ADO, FABRICADOY PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SlGUlENTES 

ESTANDARES ULTIMA EOICION.) 

API 598 - VALVE INSPECTION AND TESTMG AP16D - PLPELINE VALVES -CATE, PLUG. BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDMG API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSIBI6-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIB16-11 - FORGED FKTINGS, SOCKET - WELDING AND THREADED 
ANSI 616-34 - VALVES - FLANGED, THREADEJJ AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED. THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

TC,F:$ 1 BACK ( ( L A D ~ ) ~  
(SEAT) 1 2 

450 450 N A  N A  

80 80 
, 

Part No. AC061A08MAB830000M P 

(Código) 6" Fig. S202 F UT WCB, API TRIM No.8 830000M D e s c r i ~ t i o n  
Desenpeión CAST STEEL GATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE Wml W W  EMISSION CONTROL (SO PPM'S M4X.)WALVULA SUMINISTRADA CON CONTROLDE BAJAS 
EPUSlONES BUCITIVAS (50 PPM'S m) , 

PRESSURETEST 
(PRUEBAS DE PRESION) 

HYDROSTATIC ( P S ~  
(HIDROSTATICA) 

PNEUMATIC msn 

[ MECHANICAL TESTS @ROPmCMU\s) 

C (NBUMATICA) 

TENS YIELD ELG RED BHN 

WSI KPSl % % 
C V N ~  1st 2ND 3RD AVG 

72.21 45.53 26 48 164 

74.97 49.01 25 44 164 

77.14 45.68 25 42 165 

, 
PACIO-21 RFV "3' 

C H E M I C A L  COMPOSITION (%) COMPOSICI~N QUlMlCA (%) 

CERTIFICADO POR: CERTLPIED BY : 
ASF.GURAMIENTO DE CALIDAD QUALITY ASSURANCE 

.. . . 
.. Jrés_si-aCdrcía 

. 
ITEM HEAT No. M$TfaAL 

(PARTE1 (COLADA) 
BODY WH22336 ASTMAdl6NCB 

CUERPO 

BONNET WH33860 ASTMA-216NCB 
BONETE 

WEDGE WH33813 ASTMA-216NCB 
DISCO 

c MU P S S i  Ni C r  M 0  CU v Cb 
0.205 0.889 0.015 0.014 0.455 0.022 0.022 0.041 0.029 0.001 

Nomlizated 10 (Nomlimdo a) 930 Temver lo (Tcmvlc a) 650 Cooled in air (Eoüiado en aVe) 
0.212 0.920 0.031 0.015 0.428 0.033 0.033 0.008 0.027 0.001 

Nomlizatd lo (Normalizado a) 930 Temer lo (Tem~le a) 650 Enfriado en aire. 
0.197 0.940 0.031 0.013 0.406 0.038 0.056 0.010 0.029 0.001 

Nomümted lo (Nomlimdo a) 930 Temver 0 (Temvle a) 650 Enfriado en a k .  


