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LITY ASSURANCE CERTIFICATE QF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) .: 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CklMPLlMlENTO 
THAT THE PROOUCTLIS AS DESIGNED, MANüFACTURED AND TESTED ACCORDMG WOURQUALITY SYSTEM ANO REQUIREMENTS GIVEN IN ONE OR 

FOLLOWMG STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO 6U6 DISENADO FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SlGUlMTeS 

ESTANDARES ULTIMA EDICION ) 

API 598 - VALVE MSPECTION AND TESTMG API 6D - PIPELME VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDMG API 600 - STEELGATE VALVES, FLANGED AND WELDMG ENDS 
ANSI BI6-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIBI6-11 - FORGED FITTMGS, SOCKEi - WELDMG AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE TESTMG OF STEEL VALVES WELDMG AND EXTENDED - BODY ENOS 

Part No. AC061A08MAB830000M 
(Código) 

Description 6" Fig. 5202 F UT WCB, API TIUM No.8 830000M 
Dscnpeión CAST STEEL CATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VaLYBWiíH W W  EMISSION CONTROL (50 PPM'S hlAX.)<VALVULa SUMLWSTRADA CONCONTROL DEBAJAS 
EMlSlDNES FUGITIVAS (50 PPM'S MAX.) ) 

1 HYDROSTATIC ( P S ~  1 450 450 
(HIDROSTATICA) 

MECHANICAL TESTS 

TENS YIELD ELG RED BHN 

KPSI KPSl % % 
C Y N ~  IST 2ND 3RD AVG 
77.72 48.58 24 44 156 

77.72 48.87 24 44 154 

74.38 45.82 25 47 162 

CHEMICAL COMPOSITION (%) COMPOSICI~N QUlMlCA (%) 

ITEM HEAT NO. MATERIAL 
(PARTE) (COLADA) (ASTMI 

BODY WH29491 ASTMA-2161wC~ 
CUERW 

BONNET WH33151 ASTMA-zI6NCB 
B o m  

WEDGE WH33793 ASTMA-216NCB 
DISCO 

C S v Mn P s i  Ni Cr M0 CU Cb 
0.187 0.860 0.021 0.014 0.455 0.061 0.103 0.014 0.026 0.001 

Nomlizated to M o m l i z a d o  a) 930 T e m e r  10 (Temvle a) 650 Enfnado en aire. 
0.220 0.980 0.028 0.015 0.520 0.035 0.027 0.003 0.028 0.001 

Nomlizated 10 (Nomlizado a) 930 Temer  10 (Temle  a) 650 Etüciado en aire. 
0.207 0.950 0.031 0.015 0.408 0.046 0.061 0.009 0.033 0.001 

Nomlizated to (Nomializado a) 930 T e m r  Ui (Temvle a) 650 Enfnado en aire. (Caoled in air.) 


