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(Numero) Number  V102C4486 
(Fecha) Date u 21/10/2010 

O ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) . 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY W T T H E  PRODUCT LISTED B E m W  WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QvAJITY SYSTEM AND REQUlREMENTS GNEN IN ONE OR MORE OF THE :. . . 

. .. . . . . - :. FOLLOWMGSTANDARDS LAST EDITION: ~ ' . . 

(CERTIFICAMOS QUE EL PRODUCTO LlSTAW ABAJO FUE'DISENADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS M m0 O MAS DE W S  SIGUIENTES 
ESTANDARES ULTIMA EDICIÓN.) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES -CATE. PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDMG API 600 - STEEL CATE VALVES, FLANGED AND WELDMG ENDS 
ANSIB16-IO - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSI B16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS M1602 - COMPACT STEELGATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE TESTMG OF STEEL VALVES WELDMG AND EXTENDED - BODY ENDS 

Part No. AC061A08MAB830000M 
(C6digo) 

Deserioti,,,, 6" Fig. 5202 F üT WCB, API TRIM No.8 830000M 
Descripci6n CAST STEEL CATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE W í M L O W  EMISSIONCONTROL (SO PPM'S MAX.) (VALVULA SUMJNISTRADA CON CONTROLDEBAJAS 
EMISIONES PUCI1íVAS (54 PPM'S MAX) ) 

SHELL l@f# SlDE (m) '%$,S,-p$!$$ 1 (CASCO, 1 1 z 

I HYDROSTATIC (Psn I 450 
450 

(HIDROSTATLCA) N A l  1 PNEUMATIC (PSI) 
NEUMAIICAI 

MECHANICAL TESTS <PRoPMECANLCAs) 

I CHEMICAL COMPOSITION í%) COMPOSICI~N QUIMICA (%) 1 TENS YlELD ELG RED BHN 
J 
> KF'Sl KPSl 96 n 

C V N ~  IST 2ND 3RD AV0 

81.93 47.27 28 46 159 

74.97 45.97 25 50 165 

83.67 44.81 30 49 148 

1 . . . 
ITEM HEAT No. M4ZgSAL 

(PARTE) (COLADA) 
BODY WH34169 ASTMA-216IWCB 

CUERPO 

BONNET WH33988 ASTMA-216AVCB 
BONEI'E 

WEDGE WH34477 ASTM A-216IWCB 
D l S M  

C P v M U  S Si  Ni CI M 0  CU Cb 
0.203 0.850 0.032 0.015 0.457 0.047 0.022 0.001 0.037 0.003 

Nomljrated 10 ¡Normalizado a) 930 Temmr U> (Tem~le a) 650 Enfriada en aire 
0.203 0.902 0.033 0.012 0.418 0.009 0.016 0.001 0.027 0.003 

Normaljrated 10 (Normalizado a) 930 Temwr to (Tewle a) 650 Eohiado en aire. 
0.218 0.823 0.026 0.019 0,401 0.042 0.058 0,001 0.026 0.004 

Nomlirated 10 ¡Normalirado a) 930 Te-r m (Temle al 650 Enfriado en am. 


