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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
IACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTUREU AND TESTED ACCORDING '10 OUR QIJALITY SYSTEM AND REQUIKEMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTAW ABAJO FUE DISMADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICIONI 

API 598 - VALVE INSPECTION AND TESTING APl hD - PLPELINE VALVES -CATE, PLUG. BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WFLDMG API 600 - STEEL CATE VALVES. FLANGED AND WELDlNG ENDS 
ANSI B16-10 - FACE TO FACE AND END TO END DNENSIONS OF VAL.VES ANSlB16-11 - FORGED FITTMGS, SOCKET - WELDING AND THREADED 
ANSl 816-34 - VALVES - FLANGED, THREADED AND WELDING ENDS 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES 

- COMPACT STEEL CATE VALVES - FLANGED. THREADED. 
WELDING AND EXTENDED - BODY ENDS 

P a r t  No. AC081A08MAB830000M 
(COdigo) P R E S S U R E  T E S T  (casrol 

8" Fig. 5202 F UT WCB, API TRIM No.8 830000 (PRUEBAS DE PRESIONI 
D e s c r i ~ t i o n  

D ~ c r i p c i ó n  CAST STEEL CATE VALVE 150 CLASS H Y D R O S T A T l C  (PSn 
(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) (HIDROSTATICA) 

VALW W H  U I W  EMISSION CONTROL (SO PPM'S M . )  (VALVULA SUMINISTFLWA CON CONTROL DE BAJAS 
EMISIONES PUCiTRIAS (54 PPM'S MAXI ) P N E U M A T I C  (PSI) 

C 
~- 

J 

CUERPO Nomalhted to (Namlilado al  930 Teroner to (Temole a) 650 E h d o  en aire. 
BONNET WH33593 ASTMA-2IóWCW 0.199 0.940 0.029 0.014 0.432 0.035 0.033 0.006 0.025 0.001 

BONETE Nomlizated to iNoml¡zado a) 930 Ternwr to (Temole al  650 Enfriado en aire. 
0.191 0.880 0.029 0.014 0.432 0.038 0.050 0.016 0.031 0.001 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICIÓN Q U N l C A  (%) 
I 8 

TENS YlELD ELG RED BHN 

KPSI KPSI % '6 
C W ~ ,  IST 2ND 3RD AVG ITEM HEAT No. M+&TRM,AL 

(PARTE) (COLADA) 
BODY WH33853 ASTMA-216'WCB 10.223 0.980 0.036 0.014 0.480 0.036 0.040 0.006 0.027 0.001 1 75.11 44.52 28 45 163 

C P S V M n  s i  Ni  Cr M0 CU C b  


