
Industrinl de Vnlvulas, S.A. de C. V. (Numero) Number 
,. de La Industria Lote 16 Frucc. Industriul El Trehol (Fecha) Date 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CIIMPI.IMIENT0 
WE CERTIFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY S Y B E M  AND RLQIIIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(<:ERTIFICAMOS QUE ELPRODUCTO LISTADO ABAJO FUE DISMAW. FABRICAW Y PROBADO DE ACUERDOCON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE MSPECTION AND TESTING AP16D - PIPELINE VALVES -CATE. PLUG, BALL AND CHECK 
API 599 - MiTAL PLUG VALVES - FLANGED. THREADED AND WELDING API 600 - STEELGATE VALVES. FLANGED AND WELDING ENDS 
ANSl B16-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSlB16-11 - FORGED FITTINGS. SOCKET - WELDING AND THREADED 
ANSl B16-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS API 602 - COMPACT STEELGATE VALVES - FLANGED. THREADED, 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

SHELL 1 BACK SIDE 
(SEATI 1 2 

450 450 N A  N A  

80 80 

Part No. ACO81AOSMABS30000M r 
(C6digo) 8" Fig. 5202 F UT WCB, API TRWI No.8 830000 Descrivtion 

Desenpción CAST STEEL CATE VALVE 150 CLASS 
(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 

V*LVE WITH LOW EMlSSlON CONTROL (50 PPM'S MAX.) (VALVULA SUMINISTUDA CON CONTROLDE WAS 
EMISIONES F U G m A S  (50 PPM'S M.) l 

PRESSURE TEST 
(PRUEBAS DE PRESION) 

HYDROSTATIC ( P S ~  
(HIDROSTATICAI 

PNEUMATIC (PSI) 
(NEUMATICA) 

I MECHANICAL TESTS (PROP. MECAN1CAS) 

, 

TENS YIELD ELG RED BHN 

KPSl WSI % % 
m@, IST 2ND 3RD AVG 

77.72 48.00 2 4  4 7  166 

74.24 45.82 2 6  4 8  169 

76.85 43.07 3 0  4 9  150 

FACIO-21 REV''jll 

CHEMICAL COMPOSITION (%) COMPOSICI~N QUIMICA (%) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

ITEM HEAT NO. MATERIAL 
(PARTE) (COLAOA) (ASTM) 

BODY WH33236 ASTM A.2IóIWCB 

CUERPO 

BONNET WH33784 .GNA-216/WCB 
BONETE 

WEDGE WH31730 ASTMA-216wCB 
DISCO 

v C Mn P S Si Ni Cr Mo Cu Cb 
0.187 0.950 0.026 0.014 0.428 0.025 0.025 0.005 0.027 0.001 

Nomialiated to (Nomializado a) 930 Tem~er to (Temvle al 650 Enfriado eo aiR. 
0.196 0.901 0.031 0.012 0.415 0.037 0.033 0.004 0.038 0.001 

NomalYated to nIomialkdo a) 930 Temver to (Temple a) 650 Enfriado en aire. 
0.210 0.870 0.026 0.012 0.450 0.034 0.039 0.013 0.029 0.001 

Nomalirated to (Nomalirado al 930 Temver to (Temple a) 650 Enfriado en aire. 


