
Industrial de Vulvulris, S.A. de C. V. 
Av. de La Industria Lote 16 Fi-acc. Ind~istriul El Trebol 
Tepotzotlan, E.studo de Maico  C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE - - 

(ACCORDINC TO EN10204 TYPE 3.1) 
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 

WE CERTIFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND'I'ESTED ACCORDING TO OUR QUALITY SYSTEM ANI) REQUIREMEN.I'S GIVEN IN ONEOR MOREOFTHE 
FOIIiOWING STANDARDS LAST EDlTION: ~~ - ~~ ~ ~ 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISECADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DECALIDAD Y CON lREQUlSlTOS ESTABLECIDOS EN lJNO O MAS DE LOS SIGUIENTES 
ESTANDARES ULTIMA EDICION.) 

MI 598 - VALVE INSPECTION AND TESTING AP16D - PlPELlNE VALVES - CATE. PLUG. BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED. THREADED AND WELDING API 600 - STEEL CATE VALVES. FIANGED AND WELDING ENDS 
ANSlB16-10 - FACETO FACE AND END TO END DlMENSlONS OF VALVES ANSlB16-11 - FORGED FITTINGS. SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED. THREADED AND WELDING ENDS M 1 6 0 2  - COMPACT STEELGATE VALVES - FLANGED. THREADED 
MSS-SP61 - PRESSURETESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC081AO8l\lAB830000M 
(Código) 

D e s c r i ~ t i o n  8" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripción CAST S T E E L  C A T E  VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE WTH LOW EMISSION CONTROL (9 PPMiS MAX.) (VALVULA SUMmilSTRADA CON CONTROL DE BAJAS 
EMISIONES FUGITNAS (50 PPM'S MAX.) ) 

PRESSURE TEST ~~~~o~ SlDE (LAW 

(PRUEBAS DE PRESION) 1 2 

, , 

I 
PACIO-21 REV "Y 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

[ CHEMICAL COMPOSITION 1%) COMPOSICIÓN QUIMICA (%) TENS YIELD E L G  RED BHN 

, 
KPSl KPSl % % 

CVN@ ~ S T  2ND 3RD AVG 

74.97 45.97 2 5  5 0  165 

74.53 44.37 2 7  49 168  

1 . , 
ITEM HEAT No. M?I&RM,AL 

(PARTE) (COLADA) 
BODY WH33983 ASTMA-2l6AVCB 

CUERPO 

BONNET WH33798 ASTMA-216IWCB 

C M n  P S S i  Ni Cr M0 CU v Cb 
0.203 0.902 0.033 0.012 0.418 0.009 0.016 0.001 0.027 0.003 

Nomlirated lo ( N o m l k d o  a) 930 Temoer to (Temole a) 650 EnfMdo en aM.  

0.206 0.989 0.034 0.015 0.453 0.041 0.107 0.010 0.029 0.005 


