
,@$ 4~~ Industrial de Vnlvulas, S.A. de C. V. 

=tz A*,* A i t  de La Industvia Lote 16 Fracc. Industrial El Trehol 
Tepotzotlcrn, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCOKDING TO EN10204 TVPE 3.1) 

ASEGllKAMlENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODLJCT LISTED B E W W  WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQULREMENTS GIVEN IN ONE OR MORE OF THE 

FOLWWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCrO LlSTAW ABAJO FUE DISEaADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CAUDAD Y CON REQlllSlTOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION) 

API 598 - VALVE INSPECTION AND TESTING AP16D - PlPELlNE VALVES -CATE, PLUG. BALL AND CHECK 
AP1599 - M m A L  PLlJG VALVES - FLANGED. THREADED AND WELDNG API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSlB16-11 - FORGED FIlTINGS. SOCKET - WELDING AND THREADED - - 

ANSI 816-34 - VALVES - FLANGED, THREADED AND WELDING ENDS 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES 

Part No. ACO81A08MAB830000M 
(Código) 

D e s c r i ~ t i o n  8" Fig. 5202 F UT WCB, API TRiM No.8 830000 
Descnpci6n CAST STEEL CATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE W H  LOW EMlSSlON CONTROL (50 PPM'S U.) (VALVULA SUMINISTIUDA CON CONTROL DE BAJAS 
EMrSlONES FUGITIVAS (50 PPM'S M.) ) 

API 602 - COMPACT STEEL GATE VALVES - FLANGED. THREADED, 
WELDiNG AND EXTENDED - BODY ENDS 

r 
P R E S S U R E  T E S T  
(PRUEBAS DE PRESIONI 

H Y D R O S T A T I C  IPSI)  
(HIDROSTATICA) 

P N E U M A T I C  (~TUMATICA) (PSI) 
< 

CUERPO 

BONNET WH34059 ASTMA-216NCB 
BONETE 

WEDGE WH31723 ASTMA-216IWCB 
DISCO 

MECHANICAL TESTS (PROPMECANIC*S) 

~ ~ 

Namaluated to iNormalhdo a) 930 Temoer to (Temole al 650 Enfnado en aire. 1 0.201 0 .893  0.032 0.014 0.470 0.016 0.042 0.001 0.025 0.003 

SHELL 

N o m l h t e d  to (Nomialirado a) 930 Temver to (Tewle a) 650 Enfiado en aire. 
0.186 0.950 0.027 0.013 0.410 0.038 0.055 0.016 0.034 0.001 

Nomalirated to íNomallrado a) 930 Te-r <o (Tem~le a) 650 Enfiado en aie. 

EI&Ag 

TENS YIELD ELG RED BHN 

KPSl m1 % % 
CW& IST 2ND 3RD AVG 

74.24 46.84 2 7  5 1 1 6 4  

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUlMICA (%) 

FACI@ZI REV' 

CERTIFICADO POR CERTlFlED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

&ssica*ía 

(cascol SlDE (m)\ 1 2 

450 450 N A  N A  

80 80 
/ 

ITEM HEAT No. MATERIAL 
(PARTE) íCOV\DA) i A S W  C v M U  P S Si Ni C r  M 0  CU C b  

BODY WH34038 ASTM A-216IWCB 1 0 . 2 0 9  0.918 0.023 0.017 0.514 0.015 0.068 0.001 0.022 0.003 


