
Industrial de Valvulas, S.A. de C. V. 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol . . 

. i::. .? 'í Y 4 .? Te~otzotlan. Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCOROING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BEUIW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDMG TO OUR QUALmY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OFTHE 

FOLLOWING STANDARDS LAST EDITION 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISFPIADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CAUDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION ) 
A D T  con - VALVE MSPECTION AND TESTING API 6D - PIPELINE VALVES -CATE. PLUG. BALL AND CHECK 
Ei - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDMG ENDS 
ANSI B16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSlB16-11 - FORGED FITTMGS, SOCKET - WELDMG AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC031A08MAB830000M 
(C6digo) 

Descri~tion 3" Fig. 5202 F UT WCB, API TRDl No.8 830000 
Descripción CAST STEEL GATE VALVE 150 CLASS 

(VALWLA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALYE U m i L O W  EMISSION CONTROL (5OPPM'SMiVL)íVALVUSUMWlSíR*OA CON CONTROL DE BAJAS 
EMISIONES NGrrrVAS150 PPM'S MAX.) ) 

FACIO-21 REY " 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CAUDAD QUALITY ASSURANCE 

J6ss i caac ía  
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TENS YlELD ELG RED BHN 

KPSl m1 % % 
C V N ~  IST ZND JRD AYO 

75.26 43.79 2 8  4 8  159 

75.40 46.98 25  5 1 163 

79.90 46.26 2 9  4 8  168 

I 

CHEMICAL COMPOSITION (%) COMPOSICI~N QUIMICA (%) 

ITEM HEAT NO. MATERIAL 
(PARTEI (COLADA) (ASTM) 

BODY WH34647 ASTMA-~IOIWCB 

CUERPO 

BONNET WH34332 ASTMA-216NCB 
BONETE 

WEDGE WH344M ASTMA-ZIMYCB 
DISCO 

C Mn P S Ni V Si Cr Mo Cu Cb 
0.196 0.860 0.030 0.014 0.462 0.119 0.036 0.058 0.024 0.007 

N o m l k k d  to INomluado a) 930 Temer 10 (Tem~le al 650 M a d o  en ain. 
0.191 0.903 0.029 0.014 0.410 0.031 0.166 0.001 0.026 0.006 

Nomlkted 10 RIomWkdo al 930 T e m r  10 Ciem~le al 650 Enfriado en aire. 
0.211 0.903 0.031 0.017 0.397 0.023 0.030 0.001 0.030 0.004 

N o m b t e d  10 (Nomalizado a) 930 T c m r  io (Temle a) 650 Esa en ain. 


