
Industrial de Vah,ulas, S.A. de C. V. 
Ai? de La Industria Lote 16.Fracc. Industrial El Trebol 

.. . , , ,, . " ,. . : . Teootzotlan. Estado de Mexico C.P. 54600 

(Numero)  N u m b e r  V102C6676 
(Fecha) Date 2411112010 u 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO ENIOZW TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANIIFACTURED AND TESTED ACCORDING'li) OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWMG STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE ELPRODUCTO LISTADO ABAJO FUE DISENADO. FABRICADO Y PROBAM) DE ACUERDO CON NUESTRO SISTEMA DECALIDAD Y CON REQUISITOS ESTABLECIDOS EN LINO O MAS DE LOS SIGUIENTES 

ESTANOARES ULTIMA E D I C I ~ N . )  

M I  598 - VALVE INSPECTION AND TESTING API 6D - PlPELME VALVES - GATE, PLUG, BALL AND CHECK 

API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDMG API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 

ANSl B16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSI B16-11 - FORGED FITTINGS, SOCKET - WELDíNG AND THREADED 

ANSl BL6-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED. THREADED, 

MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDMG AND EXTENDED - BODY ENDS 

Part No. AC031A08MAB830000M 
(Código) 

Deser io t ion  3" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Dnsnpcion CAST STEEI. C l  k: \'AL\'E 150 CI.ASS 

(VI\LVUL;\ CO\IPUERT.\ DE ACERO FUSDIDO CI.ASE 1501 
VALVE WIFH LOW EMlSSlON CONTROL (Y) PPM'S M.) (VALVULA SUMINISWACON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (50 PPM'S MAX.) ) 

I H Y D R O S T A T I C  (PSI) I 450 

450 
(HIDROSTATICA) N A l  

P R E S S ü R E  TEST 
(PRUEBAS DE PRESION) 

FACIO-21 REV1'3" 

CERTIFICADO POR: CERTIFIED BY : 
ASEGUR4MIENTO DE CALIDAD QUALITY ASSURANCE 

SHELL 
(c*su>) 

p~ 

MECHANICAL TESTS (PROPMECANICAS) 

l&fE SlDE (LADO) 
1 2 

1 
TENS WELD ELG RED BHN 

KPSl KPSl % Ya 
CVN@ IST 2ND 3RD AVG 

76.42 44.23 25 58 153 

75.69 42.92 26 50 167 

82.65 47.27 31 49 163 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUIMICA (%) 

ITEM HEAT NO. MATERIAL 
(PARTE) (COLADA) (ASTM) 

BODY ~ ~ 3 4 1 5 5  A - ~ ~ ~ W C B  
CUERPO 

BONNET WH34848 *sTM A-216mB 
BONETE 

WEDGE WH34223 ASTM A - 2 1 6 N B  
DISCO 

c Mn P S si Ni Cr M0 CU v C b  
0.217 0.935 0.035 0.013 0.469 0.018 0.010 0.001 0.024 0.002 

Nomlirafed to (Nomliíado al 930 Temwr to fiemole al 650 Enfnsdo en aire. 
0.201 1.000 0.028 0.013 0.451 0.032 0.060 0.010 0.030 0.005 

Nomalirated to íNomlizado a) 930 Temoer to (Temole al 650 E n W o  en alre. 

0.195 0.864 0.038 0.012 0.446 0.024 0.023 0.001 0.021 0.003 
Narmalizated lo (Nomliaado a) 930 T e m r  lo (Temole a) 650 €&=do en aire. 


