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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE . - - 

(ACCORDING TO EN10204 TYPE 3.1) 
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 

WE CERTIFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR OUALITY SYSTEM AND REOUIREMENTS GlVEN IN ONE OR MORE OF THE 
~ ~ -~ 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE W S  SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTLNG AP1 6D - PLPELINE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING APl600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DIMNSIONS OF VALVES ANSIB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSlBl6-34 - VALVES - FLANGED, THREADED AND WEWING ENDS AP1602 - COMPACT STEELGATE VALVES - FLANGED, THREADED. 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC031A08MAB830000M 
(C6'"' 3" Fig. 5202 F UT WCB, API TRIM No.8 830000 D e s c r i ~ i i o n  

DampiiOn C A S l  STEEL G,\TE \'ALVE 150 CI.ASS 
WAL.VU1.A COVIPUERT,\ DE ACERO iLISDIDO CLASE 150) 

VALVE WiiH LOW EMLSSION CONTROL (Y) PPM'S MAX) (V*LVULA SUMTNLSTRADA CON CONTROLDE BU*S 
EMlSIONES PUGITNAS (50 PPM'S M.) ) 
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MECHANICAL TESTS 

TENS YlELD ELG RED BHN 

m1 KPSL Yo % 
m@ IST 2ND 3RD AVG 

73.95 46.11 2 4  4 9  158 

83.96 46.1 1 25  46 164  

79.61 46.69 3 3  4 6  166 

FAClO-21 W "3" 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUMICA (%) 

CERTIFICADO POR: CERTlFlED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

ITEM HEATNo. MATERIAL 
(PARTE) (COUDA) 1ASM 

BODY WH34584 ASTM A-216IWCB 
CUEm 

BONNET WH34256 ASiMA-216IWCB 
BONETE 

WEDGE ~ ~ 3 4 2 ~  ASTMA-216NCB 
DISCO 

C Mn P S Si N i  C r  M o  C u  V C b  
0.210 0.894 0.036 0.013 0.410 0.036 0.064 0.001 0.031 0.005 

Nomlizated to (Normalizado a) 930 Te-r to ITemok a) 650 Enüido en aire. 
0.198 0.972 0.030 0.014 0.397 0.024 0.023 0.001 0.024 0.009 

Nomialirated to (Normalizado a) 930 Te-r to ( T m l e  a) 650 W o  en aire. 
0.222 0.926 0.037 0.014 0.400 0.052 0.015 0.001 0.025 0.003 

Nomlizatcd to (Nomlizado a) 930 Te-r to (Temole a) 650 Enñrado en aire. 
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