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(Numero) Number  
(,h.) Da, I I 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINGTO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LlSTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDlTlON 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISMADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UN0 O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION ) 

API 598 - VALVE INSPECTION AND TESTING APl6D - PIPELINE VALVES -CATE, PLUG, BALL AND CHECK 
AP1599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDMG API 600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS 
ANSIB16-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSlB16-11 - FORGED FITTMGS, SOCKET - WELDMG AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED. THREADED. 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WEWMG AND EXTENDED - BODY ENDS 

\ FACIO-21 REV "Y 1 
CERTlFlCAW POR CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

@sic- 

Part No. AC031A08MAB830000M r SHELL ccascol SIDE (LADO)' 
1 2 

450 450 N A  N A  

80 80 
J 

(Código) 
3" Fig. 5202 F UT WCB, API TRIM No.8 830000 Descript iou 

Descripción CAST STEEL CATE VALVE 150 CLASS 
( V A L W L A  COMPUERTA DE ACERO FUNDIDO CLASE 150) 

VALVE WíI í1  W W  EMISSION CONTROL (Y) PPM'S MaX)(VaLVULA SUMINISTRADACON CONTROL DE BUAS 
EMISIONES FUGITIVAS (50 PPM'S MAL) ) 

PRESSURE T E S T  
(PRUEBAS DE PRESIOW 

HYDROSTATIC (PSI) 
(HIDROSTA~CA) 

P N E U M A T I C  (PSI) 

\ 
(NEUMATICA) 

I MECHANICAL TESTS fPRoP MECI\NICAS) 

TENS YIELD ELG RED BHN 

KPSl KPSI % % 
cm@ IST 2ND 3RO AVG 

74.68 47.85 27 50 158 

87.15 46.55 29 54 167 

74.53 47.42 29 57 164 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICIÓN QUlMlCA (%) 

ITEM HEAT No. MATERIAL 
(PARTE) (COLADA) IASTM) 

BDDY WH34355 ASTM A - 2 1 6 ~ ~ ~  
CUERPO 

BONNET WH34465 ASTM A-216IWCB 
B O m  

WEDGE WH34561 ASTM A-2161WCB 

C M n  P S S i  Ni  V c r  M 0  CU C b  
0.233 0.842 0.039 0.015 0.423 0.032 0.017 0.001 0.021 0.004 

Normalizatedto (Nomalizado a) 930 Tem~pr to (Temole a) 650 M a d o  en aire. 
0.207 0.912 0.033 0.012 0.440 0.020 0.026 0.001 0.026 0.004 

Nomalizated to (Normalizado a) 930 Temppr to (Temle a) 650 M a d o  en aire. 
0.202 0.985 0.027 0.013 0.456 0.261 0.026 0.001 0.027 0.005 


