
r ~ ~ ~ o ~ ~ ~ $  Industrial de Valvulas, S.A. de C. V. 
*A ti.:.s . !,- . ;i. Av. de La Industria Lote 16 Fracc. Induslrial El Trebol 

Teootzotlan. Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINGTO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTlFlCADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED B E W W  WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE 

FOLWWMG STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTAW ABAJO FUE DISEÑAW. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DECALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICI~N. )  

A D ~  =o0 - VALVE MSPECTION AND TESTMG AP1 6D - PIPELME VALVES -CATE. PLUG. BALL AND CHECK 
,G¡ G< - MI.T;\I. l'I.IIG \ A l  V t S  - 1 I4 \ t iLD.  THRFADED ; \SD WEI.DIS(i 
,\\SI BI6-IL - IACC TO FA( E 4 N D  END 10 t Y l >  I>IC(L.SSIONI V I  \',\LVt'S 
ANSI 816-34 - VALVES - FLANGED, THREADED AND WELDING ENDS 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES 

Part No. AC031A08MAB830000M 
(C6digo) 

Descr io t ion  3" Fig. 5202 F UT WCB, API TRiM No.8 830000 
D a a i p c i 6 n  CAST STEEL CATE VALVE 150 CLASS 

(VALVULA COMPUERTA D E  ACERO FUNDIDO CLASE 150) 
VALVE mnt LOW EMISSION CONTROL 154 PPM'S U) (VALVULA SUMINISTWA CON CONTROL DE W A S  
EMISIONES FUGITNAS 150 PPM'S W.) ) 

1 C H E M I C A L  C O M P O S I T I O N  (%) 

4~16ú1i  - \ T F T I .  (,,\rt \':\I \'ES FI .A\ (~CD ,\UD \\ ELDIS(, C\DS 
,\\SI Hl6-l l - 1 URtiI:U I:ITl l\(i5 SO( Klil - \ \ E l  UINú 4\11 IIlRtAl>FI> 
API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 

WELDING AND EXTENDED - BODY ENDS 

I H Y D R O S T A T I C  (PSI) I 450 

450 
(HIDROSTATICA) N A l  

I (NEUMATLCA) I J 
MECHANICAL TESTS PROP MECIWICAS) 

COMPOSICIÓN QUIMICA (%) 1 TENS YIELD ELG RED BHN 
I 

r ITEM HEAT NO. MATERIAL 
(PARTE) (COLADA1 (ASThO 

BODY WH34494 ASTMA-ZIóIWCB 
MRK> 

BONNET WH34358 ASTMA-216NCB 
BONETE 

WEDGE WH34706 ASTMA-216WCB 
DISCO 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

C M n  P S Si N i  Cr M o  C u  V C b  
0.209 0.890 0.031 0.018 0.399 0.022 0.028 0.001 0.031 0.004 0,000 

Normaüzated ta (Normalizado a) 930 Tem~er l o  Vermile a) 650 Enúiado en aire. 
0.206 0.855 0.028 0.013 0.446 0.016 0.012 0.001 0.024 0.004 

NomIYated to  normalizado a) 930 Tem~er lo (Temole a) 650 Enúiado en a*. 
0.193 0.880 0.021 0.011 0.422 0.013 0.037 0.010 0.029 0.004 

N o d Y a l e d  to (Normalizado a) 930 T e m r  m (Temple a) 650 =do en aire. 

J 

KPSI WSI % % 
2ND 3RD AVG C V N ~  IST 

73.08 43.36 26 46 171 

78.88 42.34 27 49 160 

74.24 43.36 27 49 168 

FACIO-21 REV "3" 
i 


