
Industrial de Valvulas, S.A. de C.V. , 
,, w. Av. de La Industria Lote 16 Fracc. Industrial El Trehol 

S >  ,: ,:: ,. , ' Teuotzotlan, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINC TO Eh10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACNREI> AND TESTED ACCORDlNG TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLUIWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UN0 O MAS DE LOS SIGUl!ZNTES 

ESTANDARES ULTIMA E D I C I ~ N . )  

AF'I 598 - VALVE INSPECTION AND TESTING API 6D - PlPELlNE VALVES - GATE. PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSI B16-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDMG AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS API 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTMG OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC031A08MAB830000M 
(C6digo) 

Descrivtion 3" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descriwi6n CAST STEEL CATE VALVE 150 CLASS 

PRESSURE TEST $ &  y&$$ SIDE íraDo1 
(PRUEBAS DE PRESION) 1 2 

( V A L W L A  COMPUERTA DE ACERO FUNDIDO CLASE 150) 1 (HIDROSTATICAl 1 1 
V M  WTIl LOW EMlSSlON CONTROL [S4 PPM'S MAX.) (VALVUU SUMINISTRADA CON CONTROLDE BAJAS 
EMISIONES FUGITNAS (50 PPM'S M.) ) PNEUMATIC (PSI) 80 80 l (MUMATICAl 

[ MECHANICAL TESTS 

TENS YlELD ELG RED BHN 

m1 m l  % Yo 
CWm IST 2ND 3RD AVG 

76.42 46.26 25 47 166 

81.64 46.26 32 56 167 

78.88 49.45 25 46 158 

CHEMICAL COMPOSITION (%) COMPOSICI~N QUIMICA (%) 

ITEM HEAT No. M+TW+%AL 
(PARTE) ICOIADA) 

BODY WH34828 MTMA-216NcB 
CUERPO 

BONNET WH34443 ASTMA-216IWCB 
BONETE 

WEDGE ~ ~ 3 4 8 0 4  M""A-216mJCB 

S C P v Mn Si Ni Cr M0 CU Cb 
0.217 0.956 0.032 0.014 0.485 0.025 0.029 0.001 0.032 0.004 

Nomlizated 10 Mornializado a) 930 Temer to (Temole al  650 Enfriado m aire. 
0.205 0.865 0.034 0.013 0.480 0.044 0.019 0.001 0.025 0.004 

Nodizated fo Mornialiado a) 930 Temger to f i em~le  a) 650 Enüiado en aiR. 
0.214 0.938 0.030 0.014 0.518 0.030 0.024 0.001 0.027 0.003 


