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(ACCORI>ING TO EN10204 TYPE 3.1) 
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QLJALITY SYS1 E M  AND REQUIREMENTS GlVEN 1N ON t OR MORE OF THE 
FOLLOWING STANDARDS LAST EDITION: 

(CERTIFICAMOS QlJE EL PKODUC'I'O LIS-i'ADO ABAJO FUE DISEÑAIIO. FABKIC'ADO 1' I>ROBADO DE A('L1ERDO CON NUESTRO SISTEMA DE CALIDAD 'r ('ON KEQLIISI IOS ES1-AULEClDOS EN [.;NO O MAS DE 1X)S SlGUlENTES 
ESTANDARES IJLTIMA EDICIÓN.) 

AP1598 - VALVE INSPECTION AND TESTING API 6D - PlPELlNE VALVES - GATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSI B16-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSI B16-I I - FORGED FITTLNGS, SOCKET - WELDING AND THREADED 
ANSI B16-34 - VAI-VES - FLANGED, THREADED AND WEI-DING ENDS AP1602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC031A08MAB790000M 
(Código) 

Descrivtioii 3" Fig. 5202 F UT WCB, API TRIM No.$ 790000 
Descripción CAST STEEL GATE VALVE 150 CLASS 

(VALVULA CORlPUERTA DE ACERO FUNDIDO CLASE 150) 
LZLVE I\I?P~UFA~"fLIRED TO MEET LOW FUGITIVE EMISSION (50 PI'M'S MAX) & NACE SERVICE %IR-01-75 (V,ZI.\'LlI,A 
SURIINIST.UDA CON CONTROL DE BAJAS ELMISIONES FUGITIV.iS 50 PP.M'S MAX.) Y PARA SERVICIO NACE MK-01-75 ) 

MECHANICAL TESTS MECANICAS) 

- -m-. -7- - A-- --e- --- 
~ G E H  ICAL COM POSITIGN (YO) coMPcs :c IoN CuIM:c 4 (7,) 1 T E N ~  YiELD ELc RED BHN 

t= P R E S S U R E T S S T  S(Hhf,Lol BW,? 
SIDE (LADO)\ 

(PKl iTL,S 1): PRTSIOL) 

- L - - -  --- - - --" - -7 -- 
.a - - 

. - 
- - - -- u - m r--- -- - 

ITEM H E A i  NO. MATERIAL 
(PAKIE) (COI AD4) ( ~ 5 1  M) 1 c Mn P S s i  Ni C r Mo Cu v -- ---- C b  

BODk wii7.4 178-  ASTM A 2 1 6  W C ~  0.201 -K%80 - 0.027 O 0 1 0  6.373 O 0 1 5 ~ -  0.013 0.001 O 026 O 003 
CUERPO Nonnalizated to (No~iiialirddo a) 930 Temper to (Teinpie a) 650 Enfriado en aiie 

BONNET ~1174367  ,\si M A-216 wca 0.i98 0.862 0.033 0.014 0.446 0.025 0.014 0.001 0 023 0.004 
BONFTE Noniializated to (Normalizado a) 930 ieinper to (Temple a) 650 Eníkado en aire 

WEDGE WH34270 ASTM A-2161WCB 0.208 0.922 0.032 0.011 0.450 0.031 0.024 0.001 0.026 0.005 
DISCO N o m l m t e d  to (Normalizado a) 930 Temuer to (Temple a) 650 Enhado en aire. 

HYDROSTATIC (PSI) 
(HIDKOSTATICA) 

PNEUMATiC (PSI) 

L (NEUMATICA) 
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CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 
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