
Industrial de Valvulas, S.A. de C. V. 
Av. de La Industria Lote 16 Fvacc. Industrial El Trebol 
Teuotzotlan, Estado de Me,rico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTlFY THATTHE PRODUCT LISTED BEIDW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OFTHE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAlO FVE DISESAW. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIWS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDIcIoN.) 

API 598 - VALVE MSPECTION AND TESTlNG API 6D - PIPELINE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METALPLUG VALVES - FLANGED, THREADED AND WELDING M1600 - STEELGATE VALVES, FLANGED AND WELDMG ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIBI6-I 1 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

P a r t  No. AC031A08MAB830000M 
3" Fig. 5202 F UT WCB, API TRIM No.8 830000 Deseriotion - .... 

Dnmpcion CASTSTEELCATE VALVE 150 CLASS 
( V z U W L A  COMPUERTA DE ACERO FI'NDIDO CLASE 1501 

VALVE W i  WWEMlSSlON CONTROL (Y) PPM'S MAX.) (VALVIRA SUMINISTWACON CONTROL DE BAJAS 
EMISIONES N G I T N A S  (Y) PPM'S m) ) 

P R E S S U R E  TEST ~~~~& SIDE íLnoo) 
(PRUEBAS DE PRESION) 1 2 

\ 
, . -. . . . . . . . . . , 1 J 

r MECHANICAI. '1 ESTS kPROP mCAqlCAS! 1 

CERTIFICAW POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

~- ---- ~ 

TENS YIELD ELG RED BHN 

KPSl KPSL Ve 5 
CVNB IST 2ND 3RD AVG 

75.98 45.68 26 50 163 

82.75 54.38 29 46 164 

79.03 49.16 24 44 166 

I 

CHEMICAL C O M P O S I T I O N  (%) COMPOSICI~N QUIMICA (%) 

ITEM BEAT No. MATERIAL 
(PARTE) (COLADA) IASThll 

BODY WH34786 A S T ~ I ~ N C B  
CUERPO 

BONNET WH.34519 ASTM A-216MCB 
BONETE 

WEDGE WH34779 ASTMA-216AVCB 
DISCO 

C Mn P S Si Ni Cr Cu V M 0  Cb 
0.225 0.992 0.037 0.016 0.477 0.033 0.077 0.001 0.039 0.005 

Normalizaied to (Normalirado a) 930 Temwito (Temole a) 650 Eoñiado en aire. 
0.195 0.871 0.030 0.011 0.398 0.020 0.016 0.001 0.024 0.003 

Normaliafed to (Normalizado a) 930 Temo" to (Tenmle a) 650 Enhiado en aire. 
0.219 0.990 0.028 0.012 0.442 0.029 0.039 0.001 0.028 0.002 

Nomaliafed to (Normalindo a) 930 Tsmoer to (Temole a) 650 Enfnsdo m aire. 


