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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE ~ ~ 

(ACCDRDINGTO EN10204 TYPE 3.1) 
ASECURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 

WE CERTIFY THAT THE PRODUCT LISTED BELQW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING T 0  OUR OUALITY SYSTEM AND REOUIREMENTS GlVEN IN ONE OR MORE OF THE 
FOLLQWMG STANDARDS LAST EDITION: 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE IX)S SIGUIENTES 
ESTANDARES ULTIMA E D I C I ~ N . )  

API 598 
API 599 

- VALVE INSPECTION AND TESTING 
- METAL PLUG VALVES - FLANGED, THREADED AND WELDING 

AP16D 
API 600 

- PIPELI\C V.\L\'ES - (;ATE. PLl'(i. BALL AND CHECK 
- S I  k.I.1 GA'l'I. \',\l \'l:.s, 1.1 ,\\til.l> :\VI> WYl 1)IYG 1YI)S 

ANSI BI6-10 - FACE TO FACE AND END TO END DMENSIONS OF VALVES ANSIB16-11 - FORGED FKTINGS. SOCKET - WELDING AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES 

Part No. AC031AO8MAB830000M 
(Código) 

Deseriotion 3" Fig. 5202 F UT W C B ,  API TiUM No.8 830000 
Descnpcion CAST STEEL CATE VALVE 150 CLASS 

(VAL\l.'LA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
V * L W  W l l B  M W  EMISSION CONTROL (SO PPM'S M.) (V*LVIR.A S W I S T R A D A  CON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (Y) PPM'S MAX) ) 

ITEM HEAT N a  MATERIAL 
1PhRTEl ( C O M A )  1ASTMl 

E m I Y  WH34412 ASTMA-216IWCB 
CUERPO 

BONNET WH34730 ASTMA-2161WCB 
BONETE 

WEDGE WH34509 ASTMA-216IWCB 
DISCO 

- COMPACT STEEL GATE VALVES - FLANGED, THREADED, 
WELDING AND EXTENDED - BODY ENDS 

BACK SIDE (LACOI 
(SEATI 1 2 

I MECHANICAL TESTS (PROP. MEUMCAS) 

~ ~ 

Nomialmted lo (Normalhdo a) 930 Temoer to íTemole a) 650 Enfriado en aM. 1 0.220 0.930 0.039 0.018 0.472 0.040 0.038 0.001 0.035 0.005 1 74.53 42.34 2 8  4 8  164 

I 

CHEMICAL COMPOSITION (%) COMPOSICI~N QUMICA (%) 

C Mn P S Si Ni Cr Mo V CU Cb 
10.220  0.854 0.030 0.017 0.397 0.047 0.036 0.001 0.031 0.005 

TENS YlELD ELG RED BHN 

WSL WSI % 70 
C W ~  IST 2ND 3RD AV0 

83.38 4771 29  4 9  165 


