
,. Industrial de Valvulas, S.A. de C. V 
Av. de La Industria Lote 16 Frucc. Industriul El Trebol 
Tepofzotlun, Estrido de Mexico C.P. 54600 - 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE - -~ - -  
~ACCORDING TO EN10204 TVPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
W E  CERTIFY THAT THE PRODUCT LISTED BELQW WAS DESIGNED. MANUFACTURE0 AND TESTED ACCORDlNG TO OUR OUALITY SYSTEM AND REOUIREMENTS GlVEN IN ONE OR MORE OF THF 

~~ .~ 
FOLLOWlNG STANDARDS LAST EDLnON: 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIWS EN UNO O MAS DE W S  SIGUIENTES 
ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTING APl6D - PLPELINE VALVES - CATE, PLUG. BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED. THREADED AND WELDING API 600 - STEEL GATE VALVES. FLANGED AND WELDMG ENDS 
\SSI  B I O - 1 0  - F.KE ro r . 4 ~ ~  .%SI> 1\11 TO CYD DIMF~~SIOSS  or V \ I  V I  S 
ASSI Hlb-34 . \'AL\'ES - II .AY(;TI). I IIKtADED AND Wb.1 IIINú CNDS 
MSS-SPóI - P R C S S ~ ~ R E T ~ S I I S ~  OF STEEL \ ' A I V C S  

Part No. AC031AO8MAB830000M 
(Codigo) 

Descri~tiou 3" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL G A T E  VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE WlTH LOW EMlSSION CONTROL (50 PPM'S M.) ( V U V U U  SMISTRADA CON CONTROL PE BAJAS 
EMlSlONES FUGITNAS (Y) PPM'S MU.) ) 

A ~ S I  Hlh-1 1 . FORGtl) FIVI IUüS. SOCKtI  - H'ELDING ASD TIIRtADCD 
MI 602 - (  OMPAC 1 S1 1.1:L t i4TC \ ' i l  \ 1 i - FLA\GI D. THRFADLD. 

W L I  IIIYG AND ~ X I  ~ N I I C D  - BOI>Y E'IDS 

FACIO-21 REY ''Y 

CERTIFICAW POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

Je&ica G d a  

- -- 

MECHANICAL TESTS (pROP~MECAMCAS) 

TENS YlELD E L G  RED BHN 

WSI KPSl Yo % 
CVN@ IST 2ND 3RD AVG 

78.30 47.56 31 53 165 

74.97 46.40 30 5 1 154 

79.61 48.29 28 47 165 

CHEMICAL COMPOSITION (%) COMPOSICI~N QUIMICA (%) 

lTEM HEAT NO. MATERIAL 
(PARTE1 (COLADA) 1ASTMl 

BODY WH34331 ASTM AJ16iWCB 
m w o  

BONNET WK14649 ASTM A-216iWCB 
BONETE 

WEDGE WH34315 ASTM A-2161WCB 
DISCO 

C Mo P S Si Ni Cr Mo V CU Cb 
0.205 0.886 0.030 0.013 0.428 0.049 0.056 0.001 0.026 0.004 

Nomlizated to (Nomializado a) 930 Temper U> (Temole a) 650 Etüriado en a M .  
0.204 0.864 0.033 0.014 0.397 0.026 0.019 0.001 0.032 0.004 

No&ted lo (Nomiahdo a) 930 Temper to (Tem~le a) 650 Enfiado en aire. 
0.192 0.927 0.029 0.010 0.465 0.021 0.022 0.001 0.025 0.005 

Nomializated to (Normalizado a) 930 Temper to (Temole a) 650 Enfriada en aire. 


