
Industrial de Valvulas, S.A. de C. V. (Numero) Number 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 

otzotlan, Estado de Maico 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
~ ~ 

(ACCORDING TO EN10204 TYPE 3.1) 
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALlTY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 
FOLLOWING STANDARDS LAST EDITION: 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABMO FUE DISEÑALYJ, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE ws SIGUIENTES 
ESTANDARES ULTIMA EDICION.) 

AP1598 - VALVE INSPECTION AND TESTING AP16D - PLPELME VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METAi PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEELGATE VALVES, FLANGED AND WELDMG ENDS 
ANSI B16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSI B16-11 - FORGED FiITINGS, SOCKET - WELDING AND THREADED 
ANSl B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREAJED. 
MSS-SP6I - PRESSUE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

P a r t  No. AC031A08MABS30000M 
(Código) 

D e s e r i ~ t i o n  3" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL CATE VALVE 150 CLASS 

(VALWLA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE Wml W W  EMISSION CONTROL (M PPM'S m.) WALVUKA S-TRADA CON CONTROL DE BUAS 
EMISIONES FUGITIVAS (M PPM'S M) ) 

HYDROSTATIC (Psn 
(HLDROSTATICA) 

PNELMATIC (PSI) 
(NEUM*nc*) 

MECHANICAL TESTS MEC*NICAS) 

I CHEMICAL COMPOSITION (%) COMPOSICIÓN QUMICA (%) 1 TENS MELD ELG RED BHN 
1 

. . 
1 1 

ITEM HEAT No. MATERIAL C M n  P S S i  Ni C r  M o  C u  V 
KPSl KPSl % % 

(PU(TEi (COLADA) (ASTM) C b  1 cm@ IST 2NO 3RD AV0 
BODY WH34258 ASTMA-ZIOIWCB 10.194 0.881 0.031 0.012 0.424 0.022 0.024 0.001 0.034 0.003 1 77.87 4640 28 50 1 M 

I 
-- ~~ ~~~~~ ~~~~~ . . .- -. . . 

CUERPO Normalmted to MomIYado a) 930 Temoer to (Tem~lc a) 650 Enñiado en a k .  
BONNET WH34746 ASTMA-216IWCB 10.222 0.880 0.039 0.016 0.422 0.055 0.143 0.001 0.030 0.005 1 74.68 46.98 28 58 168 ' 1 

l 
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CERTIFICAD3 POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

BONETE 

WEDCE ~ ~ 4 7 3 1  ASTMA-Z16IWCB 
DISCO 

Nomialirated to Mormalirado a¡ 930 Temwr to (Temle a) 650 -o en aM. 
0.207 0.894 0.032 0.014 0.453 0.023 0.018 0.001 0.032 0.005 

Noimalirated to Mormalizado a) 930 Temer to (Tomle a) 650 Enñiado rn aire. 
79.17 48.29 26 49 159 


