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MPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO D E  CUMPLIMIENTO 
WE CERTIFY T H A T T H E  PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUlREivlENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PKODUC'TO LISTADO ABAJO FUE DISENADO. FABKlCADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON RE()UISIIOS ESI'ABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE 1NSPECTION AND TESTING API 6 D  - PLPELNE VALVES - CATE, PLUG, BALL AND CHECK 
AP1599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSI B16-10 - FACE T O  FACE AND END T O  END DIMENSIONS O F  VALVES ANSI B16-1 1 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS AP1602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 

MSS-SP61 - PRESSURE TESTING O F  STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC031AO8MAB790000M 
(Código) 

Descri~tion 3" Fig. 5202 F UT WCB, API TRIM No.8 790000 
Descripció~i C A S T  S T E E L  G A T E  VALVE 150 CLASS 

(VALVULA C O M P U E R T A  D E  A C E R O  FUNDIDO CLASE 150) 
VALVE MANUFACTURED TO MEE'F LOW FUCITNE EMISSION (S0 PPM'S MAX) Si NACE SERVICE MR-01-75 (VALVLTLA 
SUMINISTRADA CON CONTROL DE BAJAS EMISIONES FUGITIVAS SU PPM'S R1AX.) Y PARA SERVICIO NACE MR-01-75 ) 

--- --e - - - .- 
ITEM HkAT ho. M.AT&MI,AL 

- (PAKlL) (COI ADA) ----- 
BODY-- ~ ~ ~ 4 7 0 3  &STM A-2 16 WCB 

CUERPO 

BONNET WH34157 ASTM A-216 WCB 
BONETE 

WEDGE WH34779 ASTM A-2 16IWCB 
DISCO 

-- -- - --m- 

C -. a- - 
Mn P 

--m -- S 
O. 1 9 4 ~ -  0 3 8 3  0.032 0.030 

Normalizated to (Normalizado a) 910 
0.203 0.930 0.031 0.012 

Nonnalaated to (Nonnalnado a) 930 
0.219 0.990 0.028 0.012 

Normalizated to (Normalizado a) 930 

- - . - -- - -- - - - - -- --A- * - 
Si Ni C r M o  Cu V Cb 

, <-- 

0.449- OTO20 0.-y56-- 0.0?4 0 0 4 s  0.005 
Teinper to (Teinple a) 650 Enhiddo en aire 

0.399 0.1 18 0.212 0.035 0.032 0.001 
Temper to (Temple a) 650 Enfriado en aire 

0.442 0.029 0.039 0.001 0.028 0.002 
Temper to (Temple a) 650 Enfnado en aire 

MECHANICAL T E S T S  MECANICAS) 

T E N S  YlELD E L G  R E D  BHN 
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CV NI[{ 1 ST 2iuD iR1D A \ / C - -  

76 37 51.78 32 - 47 160 1 
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ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 


