
Industrial de Valvulas, S.A. de C. V. 
Av. de La Industriu Lote 16 Fracc. Industrial El Trebol 
Teootzotlan. Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTlFY THAT THE PRODUCT LlSTED BELOW WAS DESIGNED, MANUFACTUXED AND TESrED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OFTHE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTACC ABAJO FUE DISEÑAW. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIWS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EOICION.) 

APl598 - \ 'AI .Vt  ISSPFCTIOI\' AKD TESTlNii ,\PI 61) - I'IPF.I.I\F\'.~I \ 'tS -CAI t .P I  LG.R\I.LA\DCHECK 
API 599 -METAL PL18(i VALVES - 1 LAltitD. THRCADCD AND \\ FI.BIZ(i APl 000 - SIL1 L G I l C  VAL\'CS. FLiKiitD \ \ I )  H tI  I>lSCi FSDS 
ANSI 816-10 - I..ACETO IACC ANI) t N I >  10 tS l>  I)IULNSlONS OF i'.%L\'tS AYSI Bl6-11 - tL3KCitl) tIIIIYiiS. SOCKLT. H'ELDINCi N D T H R E D E D  
ANSI 816-34 
MSS-SP61 

- VALVES - FLANGED, THREADED AND WELDiNG ENDS 
- PRESSURE TESTING OF STEEL VALVES 

Part No. AC031A08MAB830000M 
(Código) 

Descri~tion 3" Fig. 5202 F UT WCB, API TRIM No.8 830000 
I)nc"pcion CASI' STEEL CATE VALVE 150 CLASS 

(\'ALVCLA CO.\IPUERTA DE ACERO FLISDIDO CLASE 150) 
VALVE W H  LOW EMlSSlON CONTROL (50 PPM'S MAX.) (YALVUU SUMINISTRADA CON CONTROLDE BAJAS 
EMISIONES PUCITNAS (50 PPM'S M.) ) 

API 602 COMPACT STEELGATE VALVES - FLANGED, THREADED, 
WELDING AND EXTENDED - BODY ENDS 

C PRESSURE TEST 1 S&!tk 1 B>'?,'( ( SlUL iatc 
PRL L U 4 I  UL YRLSlUh, 1 2 

MECHANICAL TESTS 

TENS MELD ELG RED BHN 

KPSl m, % % 
C V N ~  IST 2ND 3Ro AVG 

83.81 43.21 31 49 161 

77.87 50.17 26 50 167 

81.93 46.69 27 47 162 

FACIC-21 REV'3' 

CHEMICAL COMPOSITION (%) COMPOSICI~N QUIMICA (%) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

ITEM HEAT No. MATERIAL 
(PARTE) (COLADA1 (ASTM) 

BODY WH34211 ASTM A - 2 1 6 ~ ~ ~  
CUERPO 

BONNET WH34157 ASTMA-216NCB 
BONETE 

WEDGE WH34768 ASTMA.216iRVCB 
DISCO 

C Mn P S Si Ni Cr Mo Cu V Cb 
0.203 0.943 0.036 0.012 0.452 0.044 0.018 0.001 0.027 0.004 

Nordizated to (Normalizado al 930 Tsmoer lo (Temole al 650 %do en aiR. 
0.203 0.930 0.031 0.012 0.399 0.118 0.212 0.035 0.032 0.001 

Nomlirated to (Nomlirado a) 930 Temoer 0 (Tem~le al 650 Enhiado en a&. 
0.210 0.931 0.037 0.015 0.458 0.038 0.054 0.001 0.029 0.004 

N o m l i t e d  to (Nomlizado al 930 T e m r  to (Tem~le a) 650 Enñiado en a&. 


