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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINGTO EN10204 TYPE 3 1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTLFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUAUTY SYSTEM AND REQUIREMEN TS GlVEN IN ONE OR MOR€ Ob 1HE 

FOLLOWING STANDARDS LAST EDlTlON 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDADY CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION ) 

AP1598 
API 599 

- VALVE INSPECTION AND TESTING 
-METAL PLUG VALVES - FLANGED, THREADED AND WELDING 

API 6D 
AP1600 

- PlPl'I.l\L \ ,\l.\'¡ S - ( J  \TE. Pl.L<;. BA1.1. AKI) ( l l t <  K 
- S I t t I . ~ , , i l k .  \ i l  \ ' kS . l I  4\GLi>AND WELDING LSDS 

ANSlB16-10 - FACE TO FACE AND END TO END DMENSIONS OF VALVES ANSI 616-11 - FORGED FITTINGS. SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES 

Part No. AC031A08hIAB830000M 
(Código) 

Descript ion 3" Fig. 5202 F UT WCB, API TFUM No.8 830000 
Descripción CAST STEEL CATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE Win< LOW EMISSION CONTROL (M PPM'S MAX.lWALVUU SUMINlSTRnOA CON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (M PPM'S M.) ) 

API 602 COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
WELDING AND EXTENDED - BODY ENDS 

1 P N E U M A T I C  (PSI) 
(NEIIMATICAI 1 80 

I 
P R E S S U R E  TEST 
( ~ n m e a s  DE PRESION) 

H Y D R O S T A T I C  IPSI) 
(HiDROSTATiCn) 

MECHANICAL TESTS (PROP.MECmCaS) 

[ C H E M I C A L  C O M P O S I T I O N  í%) COMPOSICI~N QUIMICA (%) 1 TENS YIELD ELG RED BHN 

SHELL ll&f12 SlDE (LAW)' 

1 2 

450 450 N A  N A  

WSI WSl  % O% 

CVNid IST 2ND 3RD AVG 

76.37 51.78 32 47 160 

80.98 50.83 29 54 165 

1 . , 

BONETE 

WEDCE WH34790 ASThA-216NCB 
DISCO 

, 
ITEM HEATNo. M+AgRM,AL 

(PARTE) (COLADA) 
BODY WH34703 ASTMA-216NCB 

CUEm 

BONNET WH34767 ASTM A-216IWCB 

Nomlizated lo M o m W o  a) 930 Temoer lo  (Temple a) 650 Enñiado en aM. 
0.194 0.914 0.029 0.013 0.458 0.026 0.031 0.001 0.027 0.004 

N o m l b t e d  lo (Normalizado a) 930 Temoer lo (Temple a) 650 Enfriado en aire. 

C M n  P S S i  V N i  Cr M0 CU C b  
0.194 0.983 0.032 0.020 0.449 0.020 0.350 0.024 0.048 0.005 

Nomlizaled to (Noml'izado a) 930 Temoer l o  (Temple a) 650 Enfriado en aM. 
0.201 0.990 0.032 0.01 1 0.484 0.027 0.026 0.001 0.035 0.005 


