
Industrial de Valvalas, S.A. de C. V. 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 

S.:3c;-. i ;:riJ .: Tenotzotlan, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
lACCORDlNC TO EN10204 TYPE 3.1) 

ASEGURAMIENTODECALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OFTHE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LQS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

A D ~  COQ - VALVE INSPECTLON AND TESTMG API 6D 
ÁY¡.% -METAL PLUG VALVES - FLANGED, THREADED AND WELDMG API 600 
ANSlB16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSlB16-II 
ANSlB16-34 - VALVES - FLANGED. THREADED AND WELDING ENDS API 602 
MSS-SP61 - PRESSURE TESTlNG OF STEEL VALVES 

Part  No. AC031AO8MAB830000M 
(C?!O) 311 Fig. S202 F UT WCB, API TRIM No.8 830000 Description 

Descripción CAST STEEL CATE VALVE 150 CLASS 
(VALWLA COMPUERTA DE ACERO FUNDIDO CLASE 150) 

VALVE Wrrr< LOW EMISSION CONTROL (SO PPM'S MAX.) (VALVULA SUMINISTRADA CON CONTROLDE BAJAS 
EMISIONES FUGITIVAS (54 PPM'S M.) ) 

. PIVI I IVI  V \ I  VI Z - G \ l  F. P1.1.'(;, BALL .\Nl>ClltCK 
- S  l t t l  CATE \ A l  \'ES. FLAYtiKl> A\l> H FL.DR(i t \DS 
- FORGED FITTMGS, SOCKET - WELDING AND THREADED 
- COMPACT STEEL CATE VALVES - FLANGED, THREADED. 

WELDING AND EXTENDED - BODY ENDS 

PNEUMATIC (PSn I 80 
(NFIIM&TIiA! 1 

?,E$$ SIDE (LAW) 

1 2 
PRESSURE TEST 
(PRUEBAS DE PRESION) 

FACIO-21 REV71 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALIW ASSURANCE 

S,!% 

MECHANICAL TESTS ~ROPMECiUIICAS) 

TENS YIELD ELG RED BHN 

r n l  KPSl 4 % 
m a  IST 2m ~ R D  AVO 

75.69 46.98 26 46 163 

73.88 43.74 25 51 164 

72.21 49.01 26 49 153 

CHEMICAL COMPOSITION (%) COMPOSICI~N QUIMICA (%) 

ITEM HEAT No. M$&TRM,AL 
(PARTE) (COLADA) 

BODY WH34841 ASTM A-2IbIWCB 

COERW 

BONNET ~ ~ 3 4 5 7 7  ASTMA-216AVCB 
BONFTE 

WDGE -4682 ASTMA-216AVCB 
DISCO 

V C M n  P S Si Ni C r  M0 Cu C b  
0.205 0.895 0.028 0.019 0.402 0.026 0.052 0.001 0.030 0.003 

Normalited lo Mornializado a) 930 T e w r  lo (Temple a) 650 Eniiado en aire. 
0.213 0.991 0.031 0.016 0.463 0.222 0.033 0.001 0.033 0.004 

Nornializatcd lo Mornializado a) 930 Tsmwr to (Temple a) 650 Enhiado so aire. 
0.219 0.947 0.034 0.014 0.418 0.039 0.082 0.001 0.033 0.004 

Nomlizatcd lo O'iornialirado a) 930 Temwr m (Temple a) 650 Enfriado en aire. 


