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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE - - 

(ACCORDING TO EN10204 TYPE 3.1) 
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 

WE CERTIFY THAT THE PRODUCT LISTED B E W W  WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALJTY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 
FOLLOWING STANDARDS LAST EDITION: 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAOY CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 
ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTMG API 6D - PIPELINE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDMG AP1600 - STEELGATE VALVES, FLANGED AND WELDMG ENDS 
ANSI BI6-10 - FACE TO FACE AND END TO END DMENSlONS OF VALVES ANSIBI6-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELOING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

P a r t  No. AC031A08MAB830000M 
(C6digo) 

Deser io t ion  3" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripci6n CAST STEEL GATE VALVE 150 CLASS 

( V A L W L A  COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE WTH LOW EMISSION CONTROL (M PPM'S MiU) (VALVULA SUMINISTRADA CON CONTROL DE W A S  
EMISIONES FUGITIVAS (M PPM'S M.) ) 

P R E S S U R E  T E S T  
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CERTIFICADO POR: CERTIFIED BY : 
ASECURAMIFNTO DE CALIDAD QUALITY ASSURANCE 
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MECHANICAL TESTS (PROPMECANICAS) 

C H E M I C A L  C O M P O S I T I O N  (%) cOMPOSICI~N QUlMlCA (%) 

C Mn P S V Si N i  Cr M0 CU C b  
0.192 0.948 0.022 0.010 0.390 0.022 0.033 0.001 0.036 0.002 

Nomlirated m Mormalizado a) 930 Temoer to (Temole a) 650 Eoñiado en a k .  

0.216 0.859 0.031 0.012 0.445 0.016 0.020 0.001 0.021 0.002 
NomUzated lo Momialirado a) 930 Temoer la (Temole a) 650 Enñiado en aire. 
0.199 0.863 0.034 0.013 0.397 0.035 0.039 0.001 0.024 0.005 

Nomlizaled lo (Nomalizado a) 930 Temoer m (Temole a) 650 Enfriado en a k .  

TENS YIELD E L G  RED BHN 

KPSl KPSl % % 
2ND 3RD AV0 m@ IST 

81.64 50.46 29 49 166 

80.91 42.20 25 48 166 

75.11 45.53 28 44 165 


