
Industrial de Vah~ulas, S.A. de C. V. (Numero)  N u m b e r  
Av. de La Industria Lote 16 Fracc. Industrial El Trebol (Fecha)  Da te  

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORUING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE 

FOLLOWNG STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISERADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN LINO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICIÓN.) 

API SJd . \'.ALVE INSPICI lOh ANU 1ES I l \ t i  ,\PI hD - I'll'tl l h t  VALI'ES - Ci.<TC. PLI ii. B\LL .%\l1Clll:CK 
hP1SI)J - U t  1.41 PLIlG VALVCS - I:IA\GI 1). I1IKlAl>tl1 3\11 H El [>!\ti API 6Ld -Sl'l'l 'l G 4 1 1  VA1 V I 5  I I  h\Cik.D \ h U  \+ELDING CXDS 
,\\SI Rlh- lo  - FACE TO F h C t  n \ D  ENOTO EVD DIMENSIOSS OF V.AL\'CS \VSl  Blb-I I - FOR(;ED FITTIIGS. SO( KC1 - Wl-l l>lh(; !NI1 IHRtADED 
~~~ - ~ - ~ ~  ~~ ~ ~ ~ 

ANSl B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS 
MSS-SP6I - PRESSURE TESTMG OF STEEL VALVES 

- COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
WELDING AND EXTENDED - BODY ENDS 

VALVE W R B  LOW EMISSION CONTROL (50 PPM'S M.) WALVULA SL!MINISír<rUIA CON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (50 PPM'S M.) ) P N E W T I C  (PSI) I 80 80 

(NEUMATICA) 

f MECHANICAL TESTS lPRoP MECANICAS) 1 

P a r t  No. AC031A08MAB830000M I 

(C6digo) 3" Fig. S202 F UT WCB, API TRIM No.8 830000 Descr io t ion  
De~cripci6n CAST STEEL GATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 

SHELL P R E S S U R E  TEST 
(PRUEBAS DE PRESION) 

HYDROSTATIC ( P S ~  
(HIDROSTATICA) 

I 

TENS YIELD E L G  RED BHN 

KPSl KPSl % % 
CÍ?~@ 1st 2ND 3RD A V 0  

74.97 43.94 29 56 156 

73.95 44.95 35 59 153 

79.02 47.56 36 44 157 

L 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N Q U N I C A  (%) 

L 

T&f$ 

ITEM HEAT No. M$l&RM,AL 
(PARTE) (COLADA) 

BODY WH34755 ASTMA-21wwcB 
CUERPO 

BDNNET WH34726 ASTM A-216rWCB 
BONETE 

WEUGE M34430 ASTM A-216NCB 
DISCO 

l 

o,,, SIDE linw)\ 
1 2 

450 450 N A  N A  

V c Mn P S s i  N i  Cr M0 CU C b  
0.197 0.921 0.034 0.016 0.460 0.023 0.019 0.001 0.033 0.004 

Nomlizated m RIomlirado al 930 Tem~er to (Temole a) 650 Enfido en aM. 

0.211 0.842 0.031 0.012 0.437 0.022 0.013 0.001 0.037 0.003 
Nomlirated m RIoml i ido  al 930 Temoer to (Temole a) 650 Enñiado en aire. 
0.188 0.952 0.029 0.011 0.406 0.036 0.034 0.030 0.075 0.001 

Nodi ra ted  to (Normalirado a) 920 Temper to (Temole a) 650 Cwled in a". (Enühio en ain.1 

FACIO-21 REY "3" 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 


