
Industrial de V a l v u l a s ,  S.A. de C. V. 
Av. de La Industria Lote 16 F r a c c .  Industrial El Trebol 
T e o o t z o t l a n .  Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTFY THAT THE PRODUCT LISTED B E W W  WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING T 0  OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWMG STANDARDS LAST EDITION 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA E D I C I ~ N  ) 

Al'l 598 - VALVE lSSPLC110S ANO Il  S l l h ( i  il'l o» - I'IPLLlhC \'.AL\'I:S -(;ATE P1.l <,. R i l l  .\NI) 1 lll C K  
riPl599 - Mt.IAI.  PlUG \'Al V t S  - t l  ,\\Gbl>. IIIRk..il>t.l>ASI) H ' t l  l>l\G API 6UU - \ I I I I  ti,\ 1.1. VA1 VIW I L I \ G C D  A \ D  \\ ELDI\G FNL)S 
ANSI 016-10 - FACE 10 FACF .ASD EYDTO C\D DIMENSIOSS Or V.AL\ FS .\\SI Hl6-1 1 - 1 CJK~GTI) IlTTIZiiS. SOCKF I - \Vtl.l>l\G AhDMRCADCD 
ANSI 816.31 - VALVES - FLANGED, THRCADED AND \VELDING E\DS 
MSS-Sl'ol - PRI.SSl1RL TESTING UI S I  1 1.1 VA1 VI'S 

- COMPACT STEEL CATE VALVES - FLANGED. THREADED. 
WELDMG AND EXTENDED - BODY ENDS 

VALVE W I i H  W W  EMISSION CONTROL (50 PPM'S M.) WALVULA SUMINISTRADA CON CONTROLDE BAJAS 
EMISIONES FUCITNAS (50 PPM'S MAX) ) 

Part No. AC031A08MAB830000M r 

1 P N E Y M A T I C  <PSI> 
(NNMATICAI 1 

MECHANICAL TESTS MECIWICAS) 

CHEMICAL COMPOSITION (%) COMPOSICIÓN QU~MICA (%) 1 TENS YIELD ELG RED BHN 

7gft04 :,E$# SlDE íIADOi\ 1 2 

450 450 N A  N A  

(Código) 
3" Fig. 5202 F UT WCB, API TRlM No.8 830000 Descript ion 

Descripción CAST STEEL CATE VALVE 150 CLASS 
(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 

P R E S S U R E  T E S T  
(PRUEBAS DE FRESION) 

H Y D R O S T A T I C  (PSD 
(HIDROSTATICA) 

1 I 

. 
FACIO-21 REV'31 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALlTY ASSURANCE 

ITEM HEAT NO. MATERIAL 
(PARTE) (COLADA) (ASTMI 

CUERPO 

BONNET WH34260 ASTM A-216IWCB 
BONETE 

WEDGE WH34551 ASTMA-216IWCB 
DISCO 

C Mn P S Si Ni Cr Mo V 
m1 WSI % % 

CU 2ND 3RD AVG C b  m IST 

Nodi ra ted  Lo (Nomialirado al 930 Termicr to flemle a) 650 Enñlado en aire. 
0.220 0.922 0.035 0.018 0.409 0.080 0.029 0.001 0.025 0.005 

Nomialirated lo (Nomiirado a) 930 Temoer to (Temple a) 650 Enüiado en a k .  
0.187 0.903 0.021 0.010 0.418 0.013 0.037 0.010 0.029 0.004 

Nomialuated lo (Nomialirado al 930 Temwr Lo (Temole a) 650 Enfriado rn aire. 

BODY W~34155 ASTM A-ZI~IWCB 1 0.217 0.935 0.035 0.013 0.469 0.018 0.010 0.001 0.024 0.002 1 76.42 44.23 25 58 153 


