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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 

(ACCORDING TO EX10204 TYPE 3.1) 
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 

WE CERTIFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDMG TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONEOR MORE OF THE 
FOLLOWING STANDARDS LAST EDillON: 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 
ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE MSPECTION AND TESTMG API 6D - PIPELINE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METALPLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEELGATE VALVES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIB16-ll - FORGED FI'ITMGS. SOCKET - WELDMG AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDlNG ENDS 
MSS-SP61 - PRESSURE TESTMG OF STEEL VALVES 

Part No. AC031AOSMAB830000M 
(C6digo) 

Descri~tion 3" Fig. 5202 F UT WCB, API TRiM No.8 830000 
Descripción CAST STEEL CATE VALVE 150 CLASS 

(VALWLA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE WITH LOW EMISSION CONTROL (M PPM'S M.) (YALVULA SUMTNISTRADA CON CONTROL DE BAJAS 
EMISIONES FUGITNAS (S0 PPM'S M.) ) 

API 602 
~~,~~~ ~-~ 

- COMPACT STEEL GATE VALVES - FLANGED, THREADED. 
WELDING AND EXTENDED - BODY ENDS 

HYDROSTATIC (Psn 
(HlDROSTATiCA) 

PNEUMATIC (PSI) 
(NEUMATICAI 

, 

- 
MECHANICAL TESTS (PROP. MECANICASI 

CERTIFICADO POR: CERTlFlED BY : 
ASECURAMIENTO DE CALIDAD QUALlTY ASSURANCE 

TENS YIELD ELG RED BHN . 
KPSl KPSI % % 

C V N ~  IST ZND 3RD AV0 

74.24 46.26 3 0  4 9  166 

75.1 1 45.97 27  5 0  167 

82.65 47.27 31 4 9  163 

FACIO-ZI REV "3" 

CHEMICAL COMPOSITION (76) COMPOSICIÓN QUIMICA (%) 

ITEM HEAT No. MATERIAL 
<PIU<TEI (COLADA1 (ASThQ 

BODY m 4 1 7 6  ASTM A-z I ~ ~ W C B  

c U E m  
BONNET WH33520 ASTMA-216IWCB 

BONETE 

WEDGE WH34223 ASTM A-ZI6I1VCB 
DISCO 

. 

C Mn P S Si Ni Cr Mo V Cu Cb 
0.214 0.964 0.028 0.016 0.425 0.026 0.028 0.001 0.029 0.003 

Normalizated to Mormalirado a) 930 Temwr U1 (Tcm~le a) 650 Enñiada en aM.  

0.220 0.960 0.028 0.010 0.457 0.087 0.064 0.013 0.038 0.002 
Nomlirated to Mornializada a) 930 Temwr to (Termile a) 650 Eofnado en a&. 

0.195 0.864 0.038 0.012 0.446 0.024 0.023 0.001 0.021 0.003 
Nomlizated to (Nomalirado a) 930 Temwr to (Temole a) 650 Eofnado en aire. 


