
Industl-inl de Valvulas, S.A. de C. V. 
Al). de La Industria Lote 16 Fracc. Il7d~ist~iül El T i ~ b o l  
Tepotzotlan, Estado de Mexico C.P. 54600 

(Numero) Number 
(Fecha) Date 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYI'E 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN 1N ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDlTION 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ES rABLECIDOS EN UNO O MAS DE LOS SI(;UIENTES 

ESTANDARES ULTIMA EDICION ) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES - CATE, PLUG, BALL AND CHECK 
AP1599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSI B16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSI B16-11 - FORGED FI'ITINGS, SOCKET - WELDING AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC031A08MAB790000M 
(Código) 

Descrivtion 3" Fig. 5202 F UT WCB, API TRIM No.8 790000 
Descripción CAST STEEL GATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
\'AL\'E hlANUFACTURED TO hlEET LOH' FUGITI\'E EMISSION (S0 PPh1'S MAX) & NACE SERVICE \IR-01-75 (\'AL\'L'LA 
SU>IIVISTRADA CON CONTROL DE BAJAS E\IISIOSES FL'GITIVAS 50 PPL1'S 5lAX.J Y PARA SERVlClO YACE >IR-01-75 ) 

-. - - - - - 
lTEM HEAT NO. MATERIAL 

(PARTE) (COLADA! (A?!?--- 
BODY WH34258 A S l M  A-216 WCB 

CUERPO 

BONNET WH34701 ASTM A-216lWCB 
BONETE 

WEDGE WH34509 ASTM A - 2 1 6 N B  
DISCO 

CERTIFICADO POR: CERTIFIED 
ASEGURAMIENTO DE CALIDAD QUALITY A 

f SIDE (LADO) ~KUE,AYoE$EONT 1 S,HAFcL$ 1 $ 8  1 1 2 

HYDROSTATIC íPSI\ 1 450 

450 
(HIDROSTATICA) 

N A  N A I  1 PNEUMATIC (PSI) 
(NEUMATICA) 1 

MECHANICAL TESTS MECANICAS) 

CHEMICAL COMPOSITION (%) COMPOSICI~N QUIMICA (%) TENS YlELD ELG RED BHN 

C Mn P S Si Ni Cr Mo Cu V Cb 
O. 194 0 . 8 y F - 6 5  1 '--8-20.0220.024-' 0.001 0.034 0.003 

Nonrializated to (Normalizado a) 930 Teinper to (Temple a) 650 Enfnado en aire 
0.21 1 0.910 0.036 0.016 0.465 0.029 0.034 0.001 0.092 0.004 

Normalizated to (Normalizado a) 930 Teinper to (Temple a) 650 Enfnado en aire 
0.199 0.863 0.034 0.013 0.397 0.035 0.039 0.001 0.024 0.005 

Normalizated to (Normalizado a) 930 Temper to (Temple a) 650 Enhado en aue 

-. .- 
KPSI 

2ND 

77.87 46.40 164 

1 FAC10-21 REV "3" 

YOLANDA ~ONCIANO 


