
Industrial de Valvulas, S.A. de C. V. 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 
Teuotzot/an, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINC TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QLALII'Y SYSTEM AND REQLIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWNG STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEflADO. FABRICADO Y PROBADO DE ACUERDOCON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIWS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PlPELlNE VALVES - GATE, PLUG. BALL AND CHECK 
APl599 - METAL PLUG VALVES - FLANGED. THREADED AND WELDiNG AP1600 - STEEL CATE VALVES. FLANGED AND WELDING ENDS 
ANSl B16-IO - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSIB16-11 - FORGED FITTINGS, SOCKFT - WELDiNG AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEELGATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTMG OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC031A08MAB830000M I SHELL BACK SlDE (LAw)' 
(SEATI 1 2 

450 450 N A  N A  

80 80 
J 

(CMigo) 3" Fig. 5202 F UT WCB, API TRIM No.8 830000 Descript ion 
Desaipcion CAST STEEL C A T E  VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE WiíHLOW EMISSION CONIROL í.9 PPM'S M&) lV.4LVUl.A S U M I M S m A  CON CONTROLDE BAJAS 
EMISIONES FUGITNAS (3 PPM'S MAX.I 

P R E S S U R E  T E S T  
(PRUEBAS DE PRESION) 

H Y D R O S T A T I C  (PSD 
(HIDROSTATICA) 

PNEuMATIC (PSII 

\ 
(NEUMATICA) 

I MECHANICAL TESTS (P"PMECAMCAS) 

TENS YIELD ELG RED BHN 

m 1  KPSl % *Y' 
cwa IST ZND ~ R D  AVC 

74.97 45.53 2 4  4 8  167 

77.87 50.17 2 6  5 0  167 

76.42 46.55 2 6  50 167 

FACIO-21 REV 'Y 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUIMICA (%) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALlTY ASSURANCE 

ITEM HEATNo. M q m A L  
(PARTE) (COLADA) 

BODY WH34902 ASTM A-2lONCB 

CUERW 

BONNET WH34157 ASTMA.216NCB 
BONETE 

WEDGE Wm4790 ASIMA-Z16iWCB 
DISCO 

C M n  P S S i  Ni V C r  M o  C u  Cb 
0.205 0.854 0.025 0.019 0.545 0.036 0.430 0.015 0.023 0.002 

Normalirated to Momislizado a) 930 Temwr to (Temole a) 650 Enfriado en aM. 
0.203 0.930 0.031 0.012 0.399 0.118 0.212 0.035 0.032 0.001 

Nomlirated to (Normalirado a) 930 Temper to (Temole a) 650 Enfriado en aire. 
0.194 0.914 0.029 0.013 0.458 0.026 0.031 0.001 0.027 0.004 

Nadi ra ted  ta Mormelirado a) 930 Temoer to CTemle a) 650 W a d o  en aire. 


