
Industrial de Valvulas, S.A. de C. V. 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 
Te~otzotlan. Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGLRAMIENTO DE CALIDAD CERTIFtCADO DE CUMPLIMIENTO 
WE CERTIFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDNG TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS M UN0 O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE NSPECTION AND TESTING API 6D - PIPELINE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METALPLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEELGATE VALVES, FLANGED AND WELDING ENDS 
ANSI BI6-IO - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSlB16-11 - FORGED FI'ITINGS, SOCKET - WELDING ANDTHREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC031A08MAB830000M I ?&$$ SlDE (m)' 
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(Código) 
3" Fig. 5202 F UT WCB, API TRIM No.8 830000 D e s c r l ~ t i o n  

Dacripción CAST STEEL CATE VALVE 150 CLASS 
( V A L W L A  COMPUERTA DE ACERO FITNDlDO CLASE 150) 

VALVEWTIH W W  EMISSION CONTROL (50 WM'S M.) (YALVULA SUMINISTWACON CONTROL DE BAJAS 
E M I S I O ~  R I ~ ~ ~ ~ s  (50 PPM'~  M.I ) 

P R E S S U R E  T E S T  
(PRUEBAS DE PRESION) 

HYDROSTATIC (PSI) 
(HIDROSTATICA) 

PNEUMATIC ( P S ~  
L niEuMArrcA) 

[ MECHANICAL TESTS P R O P  MECAN'CAS) 

> 
TENS YlELD ELG RED BHN . 
m 1  WSI % 5 
cvhiú~ IST ZND 3RD AVG 

73.66 47.56 25 49 159 

45 168 75.69 45.82 26 

76.42 46.55 26 50 167 

FACIO-21 REV '"Y 

CHEMICAL C O M P O S I T I O N  (%) COMPOSICI~N QUIMICA (%) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

$ssica~ircía  

ITEM HEATNo. Y&TRM,AL 
(PARTE) (COLADA) 

BODY WH.34699 ASTMA-2IóNCB 
CUERPO 

BONNET WH34547 ASTMA-216NCB 
BONm 

WEDGE WH34790 ASllA-216NCB 
DISCO 

C P S v M U  Si N i  Cr M0 CU Cb 
0.205 0.925 0.028 0.012 0.394 0.034 0.044 0.001 0.031 0.003 

Nwmalkled to Oilwmalirado a)  930 Temosr to fiemole a) 650 Eo3iado en aire. 
0.187 0.918 0.025 0.014 0.499 0.027 0.039 0.007 0.029 0.005 

Normalizated to (Nomializado a) 930 Temwr to (Temole a) 650 M a d o  en aM.  
0.194 0.914 0.029 0.013 0.458 0.026 0.031 0.001 0.027 0.004 

Normalizated to Womlizado a) 930 Temocr to fiemole a) 650 E ~ o  en a&. 
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