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OUAEITY ASS NCE CERTIFICATE OF COMPLI 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGIJRARIIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE C'EKTIFY TtIAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND KEQUIREhlENTS GIVEN IN ONE OR MORE OF Tl iE 

FOLLOWING STANDARDS LAST EDITION: 
(C'ERTIFICAMOS QLIE EL PRODUC. r 0  LISIADO ABAJO FUE DISENADO. FABKIC'ADO Y PllOBADO DE ACUERDO CON Nl jEb  iKCl SIS I'EMA DE CALIDAI) Y ( ON I1I:QUISI I OS kS I:IULECIDOS EN UNO O MAS DI. 1.0s SIGUIENTI-IS 

ESTANDARES U1,TIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDlNG API 600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS 
ANSl B16-10 - FACE T O  FACE AND END T O  END DlMENSlONS OF VALVES ANSI B16-I 1 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANS1 B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS AP1602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING O F  STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC031A08MAB790000M 
(Código) 

D c s c r i ~ t i o u  3" Fig. 5202 F U ' I  -WCB, API TRIM No.8 790000 
Descripción CAST STEEL GATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE MANUPACTLIRED TO hlEET LOW FIiCITIVE EMlSSlON (50 PPM'S MAX) & NACE SEKVICE MR-01-75 (VALVULA 
SUMINISTRADA CON CONTROL DE BAJAS E.\lISIONES FUGITIVAS 50 PPM'S MAX.) Y PARA SERVICIO NACE MR-01-75 ) 

.. ..- - - , - -  . 
!'I'EM HEAT NO. MATERIAL 

IPAWI-) (COLADA) ---- . .- . ( A S T X I )  
HODY WFl3.1955 AYI M - A - ~ I ~  WCB 

CUEKI'O 

BONNET WH34811 ASTM A-2:ó)WCB 
BONETE 

WEDGE WH34747 ASTM A-2161WCB 

DISCO 

PRESSURE ( I ~ I C ~ ~ E B A S  DI- PKESION) TEST 1 I SffELL (C.?SCO) B$:$E SIDE (LADO) 
1 7 1 

f MECHANICAL TESTS MECANICAs) 1 

HYDROSTATIC (PSI) 
(RIDROSTATICA) 

PNEUMATIC (PSÍ: 
(NEUMATICA) 

1 J - .- -"-- - -- - -. 
I ~ ~ E M I C A L  C O M P O S I T ~ O ~  í%) COMPOS;CI~! \~  QlllM!C.9 (%) f TEhE YIELD CLG RED Bllfb! 

450 450 N A  N A  

80 8 0 

- -- ---- - --" - - -. - - - - - - 
C Mn P S Si Ni C r  

O 192 0.90b 0.027 0.0i3 '- 434 O 030 0.066 
uorinaii~ated to (Nonnalizado a) 9'30 Tc,nper to (1 emple a) 650 
0.195 Q.906 0.039 0.020 0.461 0.027 0.052 

rionnalizated to (Normalizado a) 930 Temper to (Temple a) 650 

0.206 0.890 0.035 0.013 0.449 0.039 0.048 
gormalizated to CNonnalmdo a) 930 Temper to (Temple a) 650 

- ..--m - - - J .  

M o  Cu 
0 . T  -Lo.034 

Enfriado en aire 
0.001 0.034 

Enhado en aire 
0.001 0.034 

Enfriado en aire 

- - -- - 
kPS1 KPSI O o 

C \'Yfo 1 ST ? h D  ?RD A V 6  7 -- - m. -7 

73.26 45.10 27 44 162 1 

J 
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CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 


