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" OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE

(ACCORDING TO EN16204 TYPE 3.1)

ASEGURAMIENTO DFE CALIDAD CERTIFICADO DE CUMPLIMIENTO
WE CERTIFY THAT THIE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TUESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIRUMENTS GIVEN IN ONE OR MORE OF THE
FOLLOWING STANDARDS LLAST EDITION:
(CERTIFICAMOS QUE EL PRODUC [0 LISTADO ABAJO FUE DISENADO. FABRICADO Y PROBADO DE ACUERDO CON RUESTRO SISTEMA DE CALIDAD ¥ CON REQUISITOS ESTABLECHS EN UNO O MAS DE LOS SIGUITNTES
ESTANDARES ULTIMA EDICION.}
APl 59% - VALVE INSPECTION AND TESTING API 6D - PIPELINDE VALVES - GATE. PLUG. BALL AND CHECK.
AP1599 - METAL PLUG VALVLES - FLANGED, THREADED AND WELDING AP1 600 - STELL GATE VALVES, TLANGTD AND WELDING ENDS
ANSIBIs-10 SFACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIBlo-11 -FORGED FITTINGS, SOUCKET - WELDING AND THREADFD
ANSIBI&31 - VALVTS - FLANGEUD, THREADLED AND WELDING IINDS APL 602 -COMPACT STEEL GATI VALVES - FLANGED, THREADEL,
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENLDELD - BODY ENDS
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o E E10 -;' - 1T W 200N CPRTEBAS DF PRERIOND HOASTY ISTA L T 7
beseripton 2" 378, 5275 F UT WTB, AP1TRIM No.§ 830000 L < :
Deseripeién CAST STEEL GLOBE VALVE 150 CLASS HYDROSTATIC (PSDH 430 450 315 N A
{(YALVULA GLOBO DE ACERO FUNRIDO CI.ASE 150} tHIDROSTATICA)
VAL VE W LW ERISSMIN CONTROE (S0 PPATS MAV. 0V LULLA SUMINISTRADA CON CONTROL DE BAJAS . . L .
EMISIONES ¥ UGETIVAS (30 PEM'S ALAN.) ) PMEUMATIC (PSE 80 NOA
(NEUMATICA) J
| MECHANICAL TESTS  (PROP. MECANICAS) J
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{—CIEEN i\,AL (_OM POSITIO\ “/o; COMPOSICION 2UIMICA {40 TENS YIELD ELG RED RIIN J
— " HEA i:-.\ -_' o ; I ‘ - ) L . . - _; —_ “""—’ — | T B ": R ey _‘-1,_\‘ i o ag ~
; .'[,5,}‘) u‘u;,._mmu M }Aral My | ( _ Mn | S S AS] Nl Cr o ¥io _C u - \4 Ch . (‘t'\::f ____;_;'1 2 RD__AVG :
i WiH33549 ISR R HIN R 0193 0.880) G.031 0.013 0.409 0.045 0.43% ¢.0lu 0.037 0.0 e 44 37 28 53 i Gt
CUERPO Normalizated to (Nermalizado a) 930 Temper W {Temple a) 650 Cniriado en aire.
BONN_E.T_ WH34002 ASTM A-216/WCB (.215 0.907 0.036 0.014 0.430 0.028 0.043 0.001 0.036 (0,003 75.26 45.39 29 43 168
BONETE . N Normalicaled 10 {Normalizado a) 930 Temper (o (Temple a) £50 I'ndiiado e aire.
WEDGE  0902i22 ASTM A-103N 0.200 0.620 G.011 0.015 0.230 0.03¢ 0.020 (.000 0.070 0.000 70.33 44 95 30 59 153
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CERTIFICADO POR: CERTIFIED BY :

ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE




