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e i ' S ~. . (ACCORDING TO EN10204 TYPE 3.1 - .
. ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIM[ENTO o | I
WE CERT[FY THAT THE PRODUCT LL‘;TED BELOW WAS DESIGNED, MAT\UFAC’I'URED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE'¢ M@REO o
“FOLLOWING STANDARDS LAST EDITION: o S B I R B &
(CER'I'IFICAMOS QUE EL PRODUCTO usmno ABAJO FUE DISERADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD ¥ CON REQUISITOS ESTABLEC]DOS UNQOMASL
| ESTANDARES ULTIMA EDICION) Tl
© APISO8 - VALVE INSPECTION AND TESTING . API6D , - PIPELINE VALVES - GATE, PLUG, BALL AL CH
API 599 ~-METAL PLUG VALVES - FLANGED, THREADED AND WELDING AP1600 - STEEL GATE'VALVES, FLANG AND WE y
ANSIB16-10 -FACE 'I"O FACE AND END TO END DIMENSIONS OF VALVES ANSIB16-11 - FORGED FITTINGS, SOCKET ING AND)-
ANSIB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL GATE ‘VALVES$ - FLANGEI]
. MSS-§P61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BQDY ENDS || -}
Part No. : ; i
( g;dl ) :) AGO'31A0!|3MAB830000M [ PRESSURE TEST %ﬂggo 1%&%; ; _
Description 3" Fig. 5275 F UT WCB, API TRIM No.8 830000M (PRUEBAS PP PRESON) - 2
’ Descripcién  CAST STEEL GLOBE VALVE 150 CLASS HYDROSTATIC (PSD 450 450 35 |1 NA
; (VALVULA GLOBO DE ACERO FUNDIDO CLASE 150) HIDROSTATICA) - : g :
VALVE WITH LOW EMISSION CONTR{ 50 PPM'S MAX.) (VALYU SUMINISTRADA CON CONTROL DE BAJAS : hi- .
EMISIONES FUGITIVAS (50 PPM'S MA)?.? } ¢ e L PNEUMATIC (PSD sm N A
{NEUMATICA) | 3 J
) i |
v _ ( MEcH[NICAL TESTY (%9 MEEANICAS) ]
- e CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) TENS WELD  ELG| 'E,‘HED BHN
- KPS 3 - % -
oA Bobar  MATERIAL C Mn P S Si Ni Cr Mo Cu Vv Cb @ St 2D %{: AVG
"BODY  Wil33s8d  ASTMAZIGIWC i
BODY WH33584 g CB 0.188 0.900 0.032 0.017 0.394 0.060 0.090 0.012 0.039 0.001 75.26 3.94 1 1 166
' CUERPO Normalizated to (Normalizado a) 930 Temper to (Temple a) 650 Eaftiado en aire. ~
BONNET  WH33559 ASTMA-2I6/WCE, 0.219 0.900 0.030 0.017 0.399 0.042 0.056 0.007 0.028 (.001 74.82 45,24 6 49 ‘168
~ BONETE ' Normalizated to (Normalizado a) 930 Temper to (Temple a) 650 Enfriado en aire. ] L C
WEDGE 0902131 ASTM A-216/WCB! - 0.190 0.680 0.020 0.013 0.230 0.010  0.043 0.000 0.031 0.000 70.33 ho.60 . 8 57 | 4s _;__164
DISCO ! Normalizated to (Normalizado a) 930 Temper to {Temple a) 650 Cooled in air. {Enftiado en aire.)’ o ' E:’
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