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(Numero) N u m b e r  1%;: l 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION - 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 
ESTANDARES ULTIMA EDICION ) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELlNE VALVES -CATE, PLUG, BALL AND CHECK 
M I  599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSI B16-LO - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSIB16-11 - FORGED FíTTLVCiS SOCKFT - WFTnLVG ANn THRFAnFn 
ANSI 916-34 - VALVES - FLANGED, THREADED AND WELDING ENDS 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES 

Part No. AR032A08MAB830000M 
(Código) 

Deseri~tion 3" Fig. 5344 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL S W G  CHECK VALVE 300 CLASS 

(VALVULA RETENCI~N TIPO COLUMPIO DE ACERO FUNDIDO CLASE 300) 
VALW WTIH LOW EMISSION CONTROL (M PPM'S MAX.)(VALVULA SUMMlSTRABA CON CONTROL DEBUAS 
EMISIONES FUGlWAS (SO PPM'S W) ) 

API 602 
~~-~~~ 

- COMPACT STEEL CATE VALVES - FLANGED. THREADED, 
WELDING AND EXTENDED - BODY ENDS 

PRESSURE TEST 
(PRUEBAS DE PRESION) 

I HYDROSTATIC (PSD 
(HIDROSTATICA) 

SHELL SIDE (LAW) 
(CASCO) 1 7. 

MECHANICAL TESTS ~ROPMEwC*S) 

CHEMICAL COMPOSITION (YO) COMPOSICI~N QLIMICA (%) 1 TENS MELD ELG RED BHN 

. - ~ 

CUERPO Nomlmted m (Nonmüdo a) 930 T e w r  m (Temole a) 650 Cwled ui a". (hfrkdo en a M )  
CDVER WkV.9808 ASTM A-216NCB 1 0.198 0.900 0.029 0.016 0.429 0.062 0.081 0.016 0.032 0.001 1 73.51 44.51 3 1  5 4  159 - 

I 

TAP* Nomluafed to íNo&do a) 920 Te-r to (Tpmgle a) 650 Cmld  ui air. (Enhdo en aire.) 
WEDGE HD1883 asTMA-2i71cAis 1 0.110 0.770 0.030 0.012 0.800 0.720 12.080 0.010 0.016 0.002 1 9 8 4 5  71 0 5  76 4 5  287  

ITEM HEAT NO. MATERlAL 
(PARTE) ( C O M A )  l/\STM 

~ ~ ~~ ~ ~~~-~ ~~~ ~- 

I - ' . '"S 

- 
D l s c o  l~ormaliado a (Nomliraled 0) 970 T-lc a (Temer to) 630 Cwlcd ui air (%do en aire.) 

C Mu P S Si Ni Cr Mo Cu V 
KPSI KPS, % % 

FACIO-21 REV" 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

Cb 1 CVNM ~ S T  2ND 3RD AV0 
BDDY WH29984 WTM A-2I6iWCB 1 0 . 2 0 4  0.950 0.034 0.019 0.419 0.053 0.042 0.003 0.030 0.001 1 74.97 M 66 2 6  4 9  170 


