
Industrial de Valvulas, S.A. de C.V 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 
Tepotzotlan, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINC TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTlFY THATTHE PRODUCT LlSTED BELOW WAS DESIGNED, MANLFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQIJIREMENTS GNEN M ONE OR MORE OF THE 

FOLLOWlNG STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISERADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUINTES 

ESTANDARES ULTIMA EOICION.) 

AP1598 - VALVE INSPECTION AND TESTING M 1  6D - PlPELlNE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - M m A L  PLUG VALVES - FLANGED. THREADED AND WELDMG API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSI B16-10 - FACE TO FACE AND END TO END DMENSIONS OF VALVES ANSlB16-11 - FORGED FlTTlNGS. SOCKET - WELDING AND THREADED 
ANSI B16-34 - VALVES - FLANGED, TNREADED AND WELDING ENDS AP1602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AR062A08MAB830000M 
(CMgo) P R E S S U R E  T E S T  

6" Fig. 5344 F UT WCB, API TRIM No.8 830000 (PRUEBAS DE FRESION) 
Descriot ioo 

De~cripeián CAST STEEL SWING CHECK VALVE 300 CLASS HYDROSTATIC (PSI) 
( V A L W L A  RETENCIÓN TIPO COLLIMPIO DE ACERO FUNDIDO CLASE 300) (HIDROSTATICA) 

VALVE WlTH LOW EMlSSlON CONTROL (Y) PPM'S MAL) WALVUU SUMMISELWDA CON CONTROL DE BUAS 
EMISIONES FUCITNAS (M PPM'S m) ) P N E ü h l A T l C  (PSI) N A 

( N E W T I C A I  

I 
FACIO-21 REV "Y 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

MECHANICAL TESTS (PROPMECANIC/\S) 

TENS YIELD ELG RED BHN 

WSI KPSl % 5 
ama IST 2ND 3RD AVG 

78.59 49.59 29 56 170 

74.39 42.92 25 49 164 

76.42 44.95 31 52 152 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUIMICA (%) 

ITEM HEAT No. MATERIAL 
PARTE) (COLADA) (ASTM) 

BODY WH69364 ASTMA-ZI6IWCB 
CUERK) 

COVER WH33024 ASTMA-216IWCB 
TAF'A 

WEDCE WH32965 ASTMA-216iWCB 
DISCO 

C Mn P S V s i  N i  Cr M 0  CU Cb 
0.206 0.920 0.031 0.011 0.438 0.045 0.033 0.004 0.027 0.018 

Nomialvafed m M o m d k d o  a) 930 Temoer ta (Tnoole a) 650 En6iado m aire. 
0.189 0.900 0.023 0.011 0.393 0.031 0.032 0.007 0.031 0.001 

Nomdkted to Mormalizado a) 930 Temoer to fiem~ls a) 650 WD en a k .  

0.222 0.980 0.033 0.014 0.480 0.052 0.039 0.011 0.031 0.001 
Nomialkated lo Momialirado a) 930 Temer to (Tcnmle a) 650 W a d o  enaire 


