
Industrial de Valvulas, S.A. de C. V. 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURA%IIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDMG TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN 1N ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABNO FUE DISEÑADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUTENTES 

ESTANDARES ULTIMA EDICION ) 

API 598 - VALVE INSPECTION AND TESTING API 6 D  - PIPELINE VALVES -CATE, PLUG, BALL AND CHECK 
AP1599 - METAL PLUG VALVES - FLANGED, TllREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END 10 END DlMENSlONS OF VALVES ANSlB16-11 - FORGED FITTiNGS SOCKET - WEl.DIN<i AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREALIED AND WELDING ENDS 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES 

~ ~~~ ~ . .  - - - ~ ~  - - -- 

- COMPACT STEEEGATE VALVES - FLANGED, THREADED. 
WELDNG AND EXTENDED - BODY ENDS 

VALVE \YITH LOW EMrSSlON CONTROL (50 PPM'S MhX.1 I V A L V U U  S U M M I S T M D A  CON CONTROL DE BAJAS 
EMISIONES FUGITIVAS 150 PPM'S MA..)  ) 

Part No. AR021A08MAB830000M I 

PNEUMATIC (PSI) N A  N A  
WUMATICA) 

f MECHANICAL TESTS IPMP MECAI\lCAS) 

SIDE CADO)> ?8%$ 1 ?&!?!f 1 I 2 

450 N  A  315 N A  

(Código) 
2 112" Fig. 5341 F UT WCB, API TRIM No.8 830000 Descriation 

Descripción CAST STEEL SWlNG CHECK VALVE 150 CLASS 
(VALVULA RETENCIÓN TIPO COLUMPIO DE ACERO FLWDIDO CLASE 150) 

I J 

1 CHEMICAL COMPOSlTlON (%) COMPOSICIÓN QUIMICA (%) 1 TENS Y1EI.D ELG RED BIlN 1 

~k[E8,~~$~, 
HYDROSTATIC (PSI) 

(HLDROSTATICA) 

KPSI KPSl % 
CWidl IST 2ND 3RD AVG 

79.03 50.61 26 46 172 

77.00 48.72 32 53 162 

70.76 44.22 26 59 158 

I . . 
LTEM HEATNo. MATERIAL 

(PARTE) ICOLrWAI ( A S M I  
BODY HL2820 XSTM A-2161wCB 

CUERPO 

COVER HL2821 A S m  A-2161WCB 
TAPA 

WEDGE 0902125 A S M  A-216AVCB 
OlSCO 

C Mn P S Si Ni Cr Mo V Cb CU 
0.230 0.840 0.023 0.013 0.470 0.020 0.060 0.030 0.010 0.003 

Nomalilated to (Normalizado a) Y30 Temoer lo iTemole a) 650 Enfriado en aie.  
0.200 0.880 0.023 0.015 0.390 0.030 0.080 0.050 0.030 0.004 

Nonnalilated to (Nomalizado a) Y30 Temoer lo (Tcmrile al 650 Enmado en aire. 
0.190 0.690 0.020 0.013 0.190 0.040 0.060 0.000 0.060 0,000 

Nomializated lo (Nomalizado a) Y30 Temper lo (Temrile a) 650 Cooled in air IEnfnado en aire.) 


