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(Numero)  N u m b e r  
(Fecha)  Date 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
1ATCORnlNClO FNlO204TVPF 1 I j  

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING T 0  OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE 
FOLLOWMG STANDARDS LAS7 EDITION: 

(CERTIFICAMOS OUEELPRODUCTO LISTADO ABAJO FUE DISENADO. FABRICADO Y PROBADO DE ACUERDO CONNUESTRO SISTEMA DE CALIDAD Y CON REQUlSl'rOS ESTABI.ECIDOS EN UNO O MAS DE LOS SIGIIIENTES 
ESTANOARES ULTIMA EDICION.) 

API 598 - VALVE MSPECTION AND TESTMG AP16D - PlPELlNE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING M I  600 - STEELGATE VALVES. FLANGED AND WELDMG ENDS 
ANSIBI6-10 - FACE TO FACE AND END TO END DMENSIONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED. THREADED AND WELDMG ENDS AP1602 - COMPACT STEELGATE VALVES - FLANGED, THREADED; 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES WELDMG AND EXTENDED - BODY ENDS 

Part No. AR031A08MAB830000M 
(Código) 

Dercrintinn 3" Fig. 5341 F UT WCB, API TRiM No.8 830000 - . . . . . - . . . - 
Dncnpcion C.4STSTLEL S H I N G  CHECK \'AL\'K 150 CI.,\SS 

(\',\L\UL.\ RETENCIOK T I P O  COLUIIPIO UF. ACLKO bLSUlUO CI.ASP 150) 
VALVE WlTH LOW EMlSSlON CONTROL (M PPM'S M.) (VALVULA SUMLNISTWA CON CONTROL DE B U A S  
EMISIONES FUGITNAS (M PPM'S M4X.l  ) 1 P N E U M A T I C  (PSI) 
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f hlF.CHA\ICAL TESTS PKOY uFC4q1CAS, 1 
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CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 
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TENS YIELD ELG RED BHN . 
KPSl KPSl % % 

CWia IST 2ND 3RD AVC 
75.69 46.55 27 48 168 

75.1 1 45.68 26 48 166 

102.23 72.21 28 44 283 

C H E M I C A L  C O M P O S l T I O N  (%) COMPOSICI~N QUIMICA (%) 

ITEM HEAT NO. M?z&%AL 
<PARTE1 (COLADA) 

BODY WH33942 ASTM A-216wCB 
CUERPO 

COVER WH33636 ASTMA-2IóIWCB 
TAPA 

WEDCE WH82M2 ASTMA-217ICAII 
DISCO 

C P S Si V M n  N i  Cr M 0  CU C b  
0.196 0.995 0.034 0.017 0.440 0.023 0.047 0.010 0.036 0.004 

Nomlirated m (Nomalirado a) 930 Temver to fiemole a) 650 Enhiado en airc. 
0.198 0.970 0.029 0.017 0.446 0.032 0.021 0.005 0.031 0.001 

Nomalizated to (Nomalirado a) 930 Tcmper to (Temple a) 650 Enhiado en aire. 
0.114 0.620 0.026 0.007 0.570 0.085 13.140 0.015 0.020 0.009 

Nomalirado a (Nomlizated to) 970 Temple a fiemoer m) 630 Cooled in air. 


