
TH -3: Industrial de Yaluulos, S A .  de C. V. 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 

S:ni:c 7 :Ud2 Tepohotlan, Esfado de M a i c o  C. P. 51600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
lACCORDLVGT0 EV10201TYPE 3.1) 

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING T O  OUR QIJALlTY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 
FOLLOWING STANDARDS LAST EDITION: 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABNO FUE D I S E ~ ~ A D O ,  FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 
ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION ANDTESTING API 6 D  - PlPELlNE VALVES - CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND W L D N G  API 600 - STEEI. CATE VALVES, FLANGED AND WELDING ENDS 
ANSI 816-10 - FACE TO FACE AND END TD END DIMENSIONS OF VALVES ANSI B16-11 - FORGED FITTINGS, SOCKET - WELDlNG AND THREADED 
ANSI B 16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT S.íEEL CATE VALVES - FLANGFD, THREADED 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AR031A08MAB830000M 
(COdigo) 

Descrinti,,,, 3" Fig. 5341 F UT WCB, API TRIM No.8 830000 C PRESSURE TEST 
(PRUEBAS DE PRESION) 

- 

Descripción CAST STEEL SWlNG CHECKVALVE 150 CLASS 
(VALVIILA R E T E N C I ~ U  TIPO COLI:MPIO DE ACERO FI:NDIDO CLASE 150) 

VALVE WITH LOW EMlSSlON CONTROL (50 PPM'S MAX.I(YALVULA SOMINISTUDA CON COYTROL DE B . I A S  
EMlSlONES FCGITLVAS (S0 PPM'S MAX.) ) 

F h C I O - l i  RLY "5"  

CERTIFICADO POR. CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QCALITY I\SSCIL4UCli 

SHELL 

HYDROSTATIC IPSI) 
(HIDROSTAIICA) 

PNEUMATIC 1PSI) 

KPSl KPSl Y* % 
CVNO 1ST 2ND 3RD AVG 

75.26 45.97 26 48 165 

74.82 45.24 26 49 168 

95.56 73.81 29 43 233 

I 

lTEhl HEAT No. M T E R I A L  
(PARTE1 (COLADA1 IXSTMI 

A S I M - 2 I N W C B  BODY WH33755 
CUERPO 

COYEK w ~ ; ) 7 0 q  ASIM A-2IIM'CB 
TU,\ 

WEDGE WHS20;q ASIMh-217/CAl i  
DlSCO 

450 N A  315 N A  

< (UELMr\llCI) 

. . 

C Mn P S Si Ni Cr Mo Cu V Cb 
0.213 0.900 0.036 0.014 0.431 0050  0.057 0.007 0.038 0.001 

k m o c r  to (Teinpli a) 650 Normalizatcd fo (Nonnalizido a) 930 Entiado eii airc 
0196  0.928 0.030 0.012 0.406 0.032 0.054 0.006 0.022 0.001 

'lcinocr fa (Timple a) 650 Nonnslizali'd fo (Noriiializado a) 930 Eiifriado cn aire 
0.1 12 0.700 0.021 0.015 0.413 0.083 12.510 0.014 0.023 0.005 

Temple a í'leinoirto) 630 Norinalirado a Wamalizated to i  955 Cooled ini air (Enfriado en airc) 

ijS,A$ 

N A  N A  

SIDE (LADO) 

1 2 

2 

MECHANICAL TESTS MECmlCXS) 

CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) 1 TEUS YlELD ELG RED RHV 1 


