
wAi$woR Industrial de Valvulas, S.A. de C. V. 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 
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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
IACCORDIXC TO EN10104rYPF 3.1) ~ ~ - ~ ~ - ~  . ~. ~ ~~ - ~~~ 

ASECCRAI.1IENTO D E  CALIDAD CERTIFICADO DE CC:MPLIMIENTO 
WE CERTIFY THAT THE PRODUCT ILISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING T O  OUR QUAI.IlY SYSTEM AND REQUIREMENTS GIVEN N ONE OR MORE 01; THE 

FOLLOWING STANDARDS LAST EDlTlON. 
(CERTIFICAMOS QLIE EL PRODUCTO LISTMO ABAJO FUE DISESADO, FABRICADO Y PROBADO DE ACUERDO CON NESTKO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESlANDARES IILTIMA EDICION ) 

API 598 - VALVE INSPECTION AND TESTING API 6 D  - PIPELINE VALVFS -CATE,  PLUG, BALL AND CHECK 
API 599 - MET.4L PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSl 816-10 - FACE T O  FACE AND END TO END DIMENSIONS O F  VALVES ANSl 816-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSI 816.31 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED. 
MSS-SP61 - PRESSURE TESTING O F  STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AR031A08MAB830000M 
(Cddi~a) PRESSURE TEST (CASCO, 3" Fig. 5341 F UT WCB, API TRIM No.8 830000 (I'RUEBAS DE PRESION) 

Descri~tion 
Descripción CAST STEEL SWIXG CHECK VALVE 150 CLASS HYDROSTATIC 1PSII 

(VALVULA RETENCIÚN TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) IHIDROSTATICX) 
VALVE WITH LOW EMISSION CONTROL (50 PPM'S MAX.) (Vr\LVIILI SUMINISTR\DI CON CONTROL DE BAJAS 
EMIS~OYES FUGITIVAS (so PPM'S n ~ x . )  , PNEUMATIC (PSI) 

INEIYIATICAI 

f iMECHAVICAL TESTS IPRoP MECANICAS) 1 
1 

TENS YIELD ELG RED BHN 

WSI KPSl % m% 
IND l R D  AVC CVUiUI iST 

71.20 41.04 32 62 167 

76.42 46.26 24 45 164 

100.34 74.97 27 43 286 

1 

CHEMICAL COMPOSITION (%) COMPOSICIÓN QUIMICA (%) 

r lTEM HEAT No. klATERlhL 
(PARTE) (COLADA1 IASIM) 

BODY WH33733 ASIM A - ~ I O I W C B  

CCERPO 
COVER WH33616 ASTM A-2lIrWCB 

TAPA 

WEDGE WH82041 ASTM A - 2 1 7 1 ~ ~ 1 5  
DlSCO 

C Mn P S Si Ni Cr Mo V Cb Cu 
0182 0.890 0.023 0.010 0.344 0.032 0.033 0.002 0.029 0.001 

Nomalizated l o  (Nonnalilado a) 930 Temoir fo (lornole a) 650 Entiado en aire. 
0.206 0.880 0.033 0.014 0.431 0.042 0.041 0.005 0.024 0.001 

Nornialiratcd to (Nonnalirado a) 930 Timpcr lo i'l'ein~le a) 650 Eiiiriado en aire 
0.110 0.670 0.033 0.009 0.510 0.102 12.660 0.018 0.025 0.032 

Nomñliz8do a INonnalizated ra) 970 Temrilc a ITimocr lo) 630 Caolcd in ñir 


