
*. Industrial de Valvulas, S.A. de C. V (Numero)  N u m b e r  V102R0635 
Av. de La Industria Lote 16 Frucc. lndustriul El Trebol (Fecha)  Date 0210212011 

otzotlan, Estado de Mexico 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 

c 3  
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDMG TO OUR QUALITY SYSTEM AND REQlllREMEN'rS GlVEN IN ONE OR MORE OF M E  

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE ELPRODUCTO LISTAW ABAJO FIJE DISENADO, FABRICADO Y PROBADO DE ACUERDOCON NUESTRO SISTEMA DECALIDAD Y CON REQlJlSITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

M I  598 - VALVE INSPECTION AND TESllNG API 6D - PIPELINE VALVES - GATE, PLUC, BALL AND CHECK 
API S99 - METALPLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DiMENSlONS OF VALVES ANSlB16-II - FORGED FIiTINGS, SOCKET - WELDMG AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES WELDMG AND EXTENDED - BODY ENDS 

Part No. AR031A08RIAB830000M , 
?,A!?& 1 ?&$# 1 SlDE (LADO)' 1 2 

450 N A  315 N A  

N A  N A  

(Código) 
D e s c r i ~ t i o n  3" Fig. 5341 F UT WCB, API TlUM No.8 830000 

Descripción CAST STEEL S W M G  CHECK VALVE 150 CLASS 
(VALVULA RETENCIÓN T I P O  COLUMPIO DE ACERO FUNDIDO CLASE 150) 

VALVE WlTH M W  EMISSION CONTROL (M PPM'S M.) WALVLILA SUMMISTRADA CON CONTROL DEBAJAS 
EMISIONES FUGITIVAS (50 PPM'S M.) ) 

pF%%J%$, 
H Y D R O S T A T I C  (PSD 

(HiDROSTATiCA> 

P N E U M A T I C  (PSI) 

\ 
(NEUMATICA) 

[ MECHANICAL TESTS (PROP. MEC"Nl'""S) 

TENS YIELD ELG RED BHN 

KPSI KF'SL % % 
CW@ IST 2ND 3RD AV0 

71.20 41.04 32 62 167 

76.56 45.82 26 49 160 

102.23 72.21 28 44 283 

> 
FACIO-21 RW"Y 

CHEMICAL COMPOSITION (%) C O M P O ~ I C I ~ N  QUMICA (%) 

CERTIFICADO POR: CERTIFlED BY : 
ASEGURAMIENTO DE CALIDAD QUALlTY ASSURANCE 

, 
ITEM HEATNO. M + T m A L  
(PARTE) (COLADA) 

BODY WH33733 ASTMA-216mB 
CUERPO 

COVER WH33571 ASTMA3161WCB 
TAPA 

WEDGE WH82042 ASNA-217ICAll 
DISCO 

i 

C Mn P S Si Ni Cr Mo V Cu C b  
0.182 0.890 0.023 0.010 0.344 0.032 0.033 0.002 0.029 0.001 

NomialVafed to (Normalido a) 930 Temucr to (Temole al 650 EnEado en aM. 
0.203 0.920 0.028 0.013 0.414 0.040 0.044 0.008 0.029 0.001 

Nomialiated to (Nomialiado a) 930 Temuer to (Temole al 650 W a d o  en aire. 
0.114 0.620 0.026 0.007 0.570 0.085 13.140 0.015 0.020 0.009 

Normalizado a (Normalizated m) 970 Temple a (Tem~er m1630 Cwled in air 

\ - 


