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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINC 1'0 EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE C:tRI U Y  I'HAT TliE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTUREV AND TESTED ACCORDING TO OUR OUALITY SYSTEM ANI) REOIIIREMEN'IB GIVLN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOSQUE ELPROOUCTO LISTADO ABAJO FUE DISENADO. FABRICAW Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DECALIDAD Y CON REQUISITOS ESTABl.ECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICIÓN.) 

AP1598 - VALVE INSPECTION AND TESTVVG AP16D - PWELINE VALVES - CATE. PLUG, BALL AND CHECK 
API 599 - METALPLUG VALVES - FLANGED, THREADED AND WELDING M I  600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSI 616-10 - FACETO FACE AND END TO END DlMENSlONS OF VALVES ANSlB16-11 - FORGED FíITINGS. SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADEV AND WELDING M D S  
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES 

Part No. AR031AO81MAB830000M 
(Código) ,, C ,  3" Fig. 5341 F UT WCB, API TRlM No.8 830000 

- COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
WELDING AND EXTENDED - BODY ENDS 

--e-..w..".. - 
Descnpeion CAST STEEL SWING CHECK VALVE 150 CLASS 1 HYDROSTATIC ( p s n  1 450 N A 

(HIDROSTATICA] 
315 N A I  

( V A L W L A  RETENCI~N T I P O  COLUMPIO DE ACERO FUNDIDO CLASE 150) 
VALYE WlTB LOW EMLSSlON CONTROL (N) PPM'S W . 1  (VALVULA SUMINISTRADA CON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (N) PPM'S MU.1 1 1 PNE"M*TIC ,PsI, 

WEUMATICAI 1 Ni \  N A l  

MECHANICAL TESTS 

TENS YIELD ELG RED BHN 

WSl WSI % % 
CVN@ isr  2ND JRD AVG 

72.94 43.65 2 8  5 1 164 

74.10 45.24 2 6  4 9  167  

100.34 74.97 2 7  4 3  2 8 6  

FACIO-21 RE" '7 

CHEMICAL COMPOSlTION (%) COMPOSIC~N QUIMICA (%) 

CERTIFICADO POR: CERTlFlED BY : 
ASEGURAMIENTO DECALIDAD QUALITY ASSURANCE 

-Ghrcía 

ITEM HEAT NO. MATERIAL 
(PARTE1 (COLADA) (ASTM) 

BODY WH33614 ASTM A-2 16AVCB 
CUERPO 

COVER WH33723 ASTMA-216AVCB 
TAPA 

W D G E  WH82041 ASTM A-217ICAIS 

DISCO 

. 

C Mn P S Si Ni Cr Mo V CU Cb 
0.221 0.910 0.029 0.014 0.430 0.038 0.065 0.005 0.023 0.001 

Nomlizated m (Normalizado al 930 Temer lo (Temole a) 650 Enfriado en aire. 
0.200 0.920 0.026 0.012 0.418 0.031 0.085 0.002 0.029 0.001 

Nomalizated lo (Normalizado a) 930 Temoer Lo (Tem~le al 650 M a d o  en aire. 
0.110 0.670 0.033 0.009 0.510 0.102 12.660 0.018 0.025 0.032 

Normalizado a Rlormalizated 10) 970 Tem~le a ITcmosr Lo1 630 Cooled in air. 
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