
Industrial de Valvulas, S.A. de C. V 
Av. de Lu Industria Lote 16 Frucc. Industrial El Trebol 

, ,, .,.,.-..,. , , . , -  a - < ~ ,  . , Te~otzotlan, Estado de Mexico C. P. 54600 

QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYFE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENIS GlVEN IN ONE OR MORE OF THE 

FOLLDWING STANDARDS IAST EDTION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTAW ABAJO FUE DISENADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQIIISITOS ESTABLECIWS EN UNO O MAS DE UJS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PlPELlNE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEELGATE VALVES, FLANGED AND WELDING ENDS 
ANSI B16-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS AP1602 - COMPACT STEELGATE VALVES - FLANGED. THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AR031A08MAB830000M 
(Código) 

Descriution 3" Fig. 5341 F UT WCB, API TRiM No.8 830000 
Descripción CAST STEEL SWlNG CHECK VALVE 150 CLASS 

(VALVULA RETENCI~N TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) 
VALVE- W W  EMISSION CONTROL (Y) PPM'S m.) ( V A L V W  SUMINISTRADA CON CONTROL DE BAJAS 
EMISIONES FUGmNAS (9 PPM'S MAX.) 1 

PRESSLRE TEST 1 1 ",)n 1 s11>1 <UiiOi 
PRI L U 4 i  LIL l'MSlS\ 1 2 1 HYDROSTATIC /m 1 450 N A 315 NAl 

(HIDROSTATICA) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

MECHANICAL TESTS (PROPMECANICAS) 

TENS YlELD ELG RED BHN 

W S l  m1 Y* % 
c m @  IST 2ND 3RO AV0 

74.82 45.24 27 48 163 

76.42 46.26 24 45 164 

100.34 74.97 27 43 286 

CHEMICAL COMPOSITION (%) COMPOSICI~N QUIMICA (%) 

ITEM HEAT No. M4AgRJAL 
(PARTE) (COLADA) 

BODY WH33569 AsTMA-zl6'WCB 

CUERPO 

COVER WH33616 ASTMA.216IWCB 
TAPA 

WEDGE WH82041 ASNA-217ICAIS 
DISCO 

C Mn P S V s i  Ni Cr M0 CU Cb 
0.198 0.903 0.031 0.017 0.420 0.030 0.027 0.004 0.022 0.001 

Nomlizated to (Normalizados) 930 Tem~er l o  (Temole a) 650 Enüiado en aiie. 
0.206 0.880 0.033 0.014 0.431 0.042 0.041 0.005 0.024 0.001 

Normalirated to (Normalizado a) 930 Temper to (Temple a) 650 Enñiado en aire. 
0.110 0.670 0.033 0.009 0.510 0.102 12.660 0.018 0.025 0.032 

Nomializado a (Nomlirated lo)  970 Temple a (Temoer to) 630 Cooled in air 


